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ENGINEERING DEVELOPMENT OF 
FLUID-BED FLUORIDE VOLATILITY PROCESSES 

Par t 8. Pilot-plant Development of a 
P roces s for Uranium Alloy Fuels 

by 

John T. Holmes. Howard Stethers, 
and John J. Barghusen 

SUMMARY 

A fluid-bed fluoride volatility ( F B V ) process for the recovery of 
uranium from highly-enriched uranium-Zircaloy-2 (U-Zr) and uranium-
aluminum (U-Al) alloy fuels has been developed on a pilot-plant scale. The 
conceptual operation of the process consists of three major steps: a hydro
chlorination step, in which alloying mater ia ls are separated by virtue of the 
volatility of their chlorides; a fluorination step, in which the uranium is 
volatilized and recovered as the hexafluoride; and a final product-
decontamination step. The first two reactions are conducted in a single 
vessel (halogenation reactor) in which a bed of inert alumina part iculate 
mate r ia l is fluidized by the reagent gases. The use of a fluid bed facilitates 
dissipation of the reaction heat. An important feature of this process is the 
use of a packed bed of alumina particulate mater ia ls as a high- temperature 
filter. 

In the f irs t step, the alloying elements and cladding of the fuel a re 
separated from the uranium by converting them into chlorides by reaction 
with gaseous HCl. These alloy-metal chlorides are volatile at the reaction 
tempera ture ; the uranium chlorides are relatively nonvolatile and remain 
in the reactor system. The volatile alloy-metal chlorides a re reacted with 
s team in a second fluid-bed reactor (pyrohydrolysis reactor) to form waste 
solid oxides. Part iculate uranium chlorides entrained from the halogena
tion reactor by the exit gas s t ream are retained by the packed-bed filter. 
In the recovery step, the uraniumi compounds in both the fluid-bed and 
packed-bed filter are reacted with gaseous anhydrous hydrogen fluoride 
and then fluorine, and the product UF^ is recovered by sorption on beds of 
NaF at 100°C. Product decontamination can be achieved by distillation or 
sorption-desorption from NaF. 

This report summar izes pilot-plant development work pertaining to 
the hydrochlorination and fluorination of unirradiated U-Zr and U-Al alloy. 
Recoveries of more than 99% of the uranium, high reaction ra tes , and high 
reagent utilization efficiencies were demonstrated in a total of 18 pilot-plant 
experiments involving the processing of up to 56 kg of simulated zirconium 
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fuel and up to 18 kg of s i m u l a t e d a l u m i n u m fuel in s ing le r u n s . R e c o m 
m e n d e d o p e r a t i n g condi t ions for p r o c e s s i n g both fuel t y p e s a r e as fo l lows: 

1. A h y d r o c h l o r i n a t i o n s t ep , wi th the fuel e l e m e n t i m m e r s e d in a 

f lu id ized bed, to s e p a r a t e the al loying m e t a l s f r o m the u r a n i u m . 

U - Z r U-Al 

T e m p e r a t u r e s (°C) 

Halogena t ion r e a c t o r 350-450 300-350 
P a c k e d - b e d f i l t e r 350 200 
P y r o h y d r o l y s i s r e a c t o r 350 350 

C o n c e n t r a t i o n of HCl in N^ (v /o) 

80 80 

2. A hyd ro f luo r ina t i on s t e p , to c o n v e r t the u r a n i u m c h l o r i d e s to 
f l uo r ides by us ing 20-25 v / o HF in N^ at 350°C. 

3. A f luo r ina t ion s t ep , to r e c o v e r the uran iunn as UF^, involving a 
g r a d u a l i n c r e a s e in t e m p e r a t u r e of the ha logena t i on r e a c t o r and p a c k e d - b e d 
f i l t e r f r o m 250 to 500°C, whi le f luidizing wi th 1.0 to 5 v / o f luor ine in n i t rogen ; 
then g r a d u a l i n c r e a s e in f luor ine c o n c e n t r a t i o n to 60-80 v / o . The a l u m i n a 
p a r t i c u l a t e m a t e r i a l m a y be m a i n t a i n e d s t a t i c du r ing the l a t t e r p e r i o d . 

U r a n i u m l o s s e s :vere due to two m e c h a n i s m s : ( l ) e n t r a l n m e n t of 
p a r t i c u l a t e u r a n i u m compounds and v o l a t i l i z a t i o n of u r a n i u m c h l o r i d e s in the 
gas s t r e a m dur ing the h y d r o c h l o r i n a t i o n s t ep , and (2) r e t e n t i o n of u r a n i u m by 
a lumina bed m a t e r i a l at the end of the f l u o r i n a t i o n s t e p . T h e s e u r a n i u m 
l o s s e s w e r e as low as 0.2% dur ing h y d r o c h l o r i n a t i o n , and tha t r e t a i n e d by 
a lumina was as low as 0.25% of the u r a n i u m in the in i t i a l fuel c h a r g e . 

N i c k e l - 2 0 0 and -201 we lded and un'welded c o r r o s i o n coupons gave 
low a v e r a g e c o r r o s i o n r a t e s of ~0.12 m i l p e r day (24 h r ) in the ha logena t ion 
r e a c t o r f lu id -bed r eg ion a n d < 0 . 0 9 m i l p e r day above the f l u id i zed -bed 
reg ion . Even lower c o r r o s i o n r a t e s of <0 .004 nail p e r day w e r e o b s e r v e d 
for s t a i n l e s s s t e e l and Incone l coupons in the p y r o h y d r o l y s i s r e a c t o r . 

The F B V p r o c e s s , a s c o n c e i v e d , a p p e a r s to offer s ign i f ican t economic 
advantage over c u r r e n t s o l v e n t - e x t r a c t i o n r e p r o c e s s i n g s c h e m e s b e c a u s e 
(a) s m a l l r a d i o a c t i v e w a s t e v o l u m e s a r e p r o d u c e d , m o s t l y in so l id f o r m ; 
(b) high b u r n u p or s h o r t coo led fuels c a n be r e p r o c e s s e d , wi thout r a d i a t i o n 
d a m a g e to the r e a g e n t s ; (c) o v e r a l l f ewe r o p e r a t i o n s in s i m p l e , c o m p a c t 
equ ipment a r e needed ; and (d) the p r o d u c t is u r a n i u m hexa f luo r ide , wh ich 
can be r e a d i l y u s e d for i so tope s e p a r a t i o n or c o n v e r s i o n to the m e t a l or 
oxide for fuel r e f a b r i c a t i o n . 

Two r e p o r t s , A N L - 6 8 2 9 ' and ANL-6830,^ s u m m a r i z e the b e n c h - s c a l e 
d e v e l o p m e n t of t h i s F B V p r o c e s s , and a fo r thcoming r e p o r t , A N L - 6 9 9 4 , ' 
s u m m a r i z e s the w o r k wi th i r r a d i a t e d fuel c h a r g e s . 
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I. INTRODUCTION 

In nuclear reactors for power generation, several kinds of highly-
enriched uranium-alloy fuels are utilized. Uranium-zirconium and uranium-
aluminum alloy fuels are most widely used types. For example, highly 
enriched uranium-zirconium alloy fuels a re used in nuclear submarines^ 
and in the Shippingport P ressur ized Water Reactor (PWR).= Uranium-
aluminum alloy fuels are commonly used in research and test reactors and 
in a variety of training reactors such as the Materials Test Reactor ( M T R ) 
and the Engineering Test Reactor ( E T R ) . Figure 1 i l lustrates the size and 
type of fuels that were processed in the pilot-plant facility. 

108-7085C 

Fig. 1. Simulated Uranium-Alloy Fuel Elements Used in 
the FBV Volatility Pilot Plant 

Spent forms of the highly enriched uranium-alloy fuels as well as 
scrap fuel elements require processing to recover the uranium for reuse. 
Currently, solvent extraction (aqueous) reprocessing methods are being 
used to recover the enriched uranium.^ The use of the aqueous reprocessing 
methods resul ts in large volumes of liquid wastes (which pose storage and 
handling problems), and radiation damage to the organic solvents is often 
ser ious . Minimization, if not elimination, of aqueous, radioactive wastes 
and the use of reagents that a re not susceptible to radiation damage are 
desirable; fluid-bed fluoride volatility ( F B V ) techniques appear to offer 
these advantages. 
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Other p o s s i b l e advan tages of F B V p r o c e s s e s inc lude o v e r a l l f ewe r 
o p e r a t i o n s with r e l a t i v e l y s i m p l e and c o m p a c t e q u i p m e n t and d i r e c t p r o 
duct ion of u r a n i u m hexa f luo r ide , which can be r e a d i l y u s e d for i s o t o p e 
s e p a r a t i o n or c o n v e r s i o n to the m e t a l or oxide for r e u s e as fuel . It a p p e a r s 
that fuels decayed for a sho r t t i m e or fuels wi th v e r y high b u r n u p can be 
p r o c e s s e d by f luor ide vo la t i l i ty t e c h n i q u e s s ince the r e a g e n t s do not suffer 
r a d i a t i o n d a m a g e . T h e s e f e a t u r e s of the vo la t i l i ty p r o c e s s i n d i c a t e tha t 
c o n s i d e r a b l e economic advantage can be r e a l i z e d in fu tu re p l a n t s tha t e m 
ploy th i s t e chn ique . 

A. G e n e r a l P r o c e s s i n g F l o w s h e e t 

A s c h e m a t i c f lowsheet of the F B V p r o c e s s , inc luding p r o v i s i o n s for 
r e a g e n t r e c y c l e , is shown in F ig . 2. A g e n e r a l i z e d f lowshee t for the 
FBV p r o c e s s i n g of e n r i c h e d a l loy fue ls , inc luding a d i s c u s s i o n of r e a g e n t 
r e c y c l e c o n s i d e r a t i o n , was p r e s e n t e d by R a m a s w a m i et aL 

UFg TO FINAL 
DECONTAMINATION 

F, GAS RECYCLE 

108-8271 Rev. .3 

F i g . 2 . S c h e m a t i c F B V F l o w s h e e t f o r P r o c e s s i n g 

U r a n i u m - A l l o y F u e l s 

T h e c o n c e p t u a l o p e r a t i o n of t h e F B V p r o c e s s c o n s i s t s of t w o m a i n 

c h e m i c a l r e a c t i o n s t e p s c o n d u c t e d i n a s i n g l e v e s s e l ( h a l o g e n a t i o n r e a c t o r ) 

T h e f i r s t i s a s e p a r a t i o n s t e p , h y d r o c h l o r i n a t i o n , i n w h i c h t h e a l l o y i n g 
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mater ia l s a re volatilized; the second is a recovery step, fluorination, in 
which the uranium is volatilized and recovered as the hexafluoride. The 
reactions a re conducted while the fuel is immersed in a bed of inert alumina 
granules fluidized by nitrogen and reagent gases, which facilitate dissipation 
of the reaction heat. This flowsheet does not specify details of the final de
contamination step since either distillation or sorption-desorption from 
NaF might be used.''-* 

In the first step, the alloying elements of the fuel are converted by 
reaction with HCl into chlorides that are volatile at the reaction tempera ture 
The volatile chlorides of the alloying metal, mainly Z r C ^ in the case of 
zirconium alloys, and AICI3 in the case of aluminum alloys, are ca r r ied out 
of the system and are reacted with steam in a second fluid-bed reactor 
(pyrohydrolysis reactor) to give a solid oxide waste. In the conceptual flow
sheet, the HCl regenerated during the pyrohydrolysis operation may be r e 
cycled. The uranium forms particulate chlorides, which are relatively 
nonvolatile and remain in the halogenation reactor system. Any part iculate 
uranium chlorides entrained from the fluid bed by the exiting gas s t ream 
are filtered by down-flow of the gas through a static bed of particulate 
alumina. This type of filter was used because of its simplicity and its suit
ability with respect to corrosion problems, for high-temperature operation. 

In the recovery step, the uranium chlorides in both the halogenation 
reactor fluid bed and the packed-bed filter are reacted with anhydrous hydro
gen fluoride and then gaseous fluorine, and the product ( U F j is recovered 
by sorption on beds of NaF at 100°C or in cold t raps maintained at about 
-80°C. The excess hydrogen fluoride and fluorine may be disposed of or 
may be recycled to the halogenation reactor . The UFj may be further de
contaminated in a distillation column or by selective sorption on NaF. The 
decontaminated UF^ is then returned for isotope separation and reconversion 
to the metal or oxide for fuel refabrication. The technology of the three 
final s teps, decontamination, isotope separation, and production of highly-
enriched uranium-al loy fuel elements, was established previouslv bv 
others.*••'•« 

The major amount of the fission-product radioactivity, the non
volatile fission-product fluorides, will be in a compact form for waste dis
posal since they will be associated with the particulate alumina from the 
halogenation reactor and the packed-bed filter. A less active radioactive 
waste will be the solid oxides produced in the pyrohydrolysis reactor , which 
will contain the fission products volatilized in the HCl step. Scrub solutions 
can be vaporized to supply steam to the pyrohydrolysis reactor so that no 
aqueous wastes will remain. Other nonaqueous wastes may be produced in 
the product (UF^) decontamination. 
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B. P r e v i o u s P r o c e s s D e v e l o p m e n t S tud ie s 

The F B V p r o c e s s i nvo lves v o l a t i l i z a t i o n of z i r c o n i u m or a l u m i n u m 
cladding and a l loying m a t e r i a l as t h e i r c h l o r i d e s , r e t e n t i o n of u r a n i u m a s 
r e l a t i v e l y nonvola t i l e c h l o r i d e s , and s u b s e q u e n t r e c o v e r y of u r a n i u m as the 
vo la t i l e hexa f luo r ide . T h r e e c o n t r i b u t i o n s ' " ' " ' ' ' s tud ied th i s e n t i r e r e a c t i o n 
cyc le on u r a n i u m - Z i r c a l o y - 2 ( U - Z r ) fue l s . S o m e of the ind iv idua l p r o c e s s 
s t eps w e r e s tudied in connec t ion wi th the d e v e l o p m e n t of o the r p r o c e s s e s . 

An e x p l o r a t o r y s tudy of p r o c e s s i n g z i r con iuna fue ls , inc lud ing the 
h y d r o c h l o r i n a t i o n - f l u o r i n a t i o n r e a c t i o n c y c l e , w a s conduc t ed in a l y - i n . -
d i am f lu id-bed r e a c t o r at B r o o k h a v e n Na t iona l L a b o r a t o r y by Re i l l y et a l . " 
The f eas ib i l i t y of the FBV p r o c e s s was r e p o r t e d . G r a n u l a r a l u m i n a w a s 
found to be i n e r t and s a t i s f a c t o r y for the f lu id -bed m a t e r i a l . U r a n i u m r e 
c o v e r i e s r a n g e d f r o m 93 to 99% of the c h a r g e . Use of p a c k e d - b e d f i l t e r s 
for r e t e n t i o n of p a r t i c u l a t e u r a n i u m c h l o r i d e s du r ing h y d r o c h l o r i n a t i o n 
was exp lo red . In addi t ion to the s tud i e s in the 1 y - i n . - d i a m f lu id -bed r e a c 
t o r , ' a few e x p l o r a t o r y e x p e r i m e n t s w e r e c a r r i e d out on the h y d r o c h l o r i n a 
t ion of m u l t i p l a t e u r a n i u m - z i r c o n i u m f u e l - e l e m e n t s u b a s s e m b l i e s in a pi lot 
plant . S a t i s f a c t o r y h y d r o c h l o r i n a t i o n r a t e s (~2 k g / h r ) w e r e a c h i e v e d . 

S i m i l a r a t t e m p t s at developing the h y d r o c h l o r i n a t i o n - f l u o r i n a t i o n 
r e a c t i o n cyc le w e r e nnade in l a b o r a t o r y s tud i e s at ANL by J o h n s o n et a l . ' " 
The h y d r o c h l o r i n a t i o n and f luor ina t ion r e a c t i o n s w e r e conduc t ed in a packed 
bed of a lumina . After the h y d r o c h l o r i n a t i o n , the a l u m i n a bed was r e m o v e d 
and mixed , r e t u r n e d to the r e a c t o r , and then f luo r ina ted . The c o n c e n t r a t i o n 
of u r a n i u m r e t a i n e d by a lumina was low, r ang ing f r o m 0.007 to 0.043 w / o . 
T h e s e r e s u l t s ind ica ted that high r e c o v e r y of u r a n i u m could be expec t ed . 

S imu l t aneous ly with the r e s e a r c h w o r k at ANL, p r o c e s s d e v e l o p m e n t 
work on a h y d r o c h l o r i n a t i o n - f l u o r i n a t i o n r e a c t i o n cyc l e in a fluid bed was 
being c a r r i e d out in F r a n c e for r e c o v e r i n g u r a n i u m f r o m s c r a p u r a n i u m -
z i r c o n i u m al loy. The r e s u l t s of t h e s e deve lopmen t s t u d i e s , inc luding a 
s e m i c o m m e r c i a l plant us ing a 7 . 9 - i n . - d i a m f lu id -bed h a l o g e n a t i o n r e a c t o r , 
w e r e r ev i ewed by F a u g e r a s ' and B o u r g e o i s et a j_ . ' ' - '^ R e s i d u a l u r a n i u m 
content of the a lumina was - 0 . 0 2 w / o . The u r a n i u m los s t h r o u g h the p a c k e d -
bed f i l te r dur ing h y d r o c h l o r i n a t i o n was 0 .1% of the u r a n i u m in the c h a r g e . 
Other w o r k e r s in F r a n c e have ach ieved s i m i l a r r e s u l t s wi th a l u m i n u m - c l a d 
u r a n i u m - m o l y b d e n u m a l loys . ' ^ 

The effects of p r o c e s s ope ra t i ng cond i t ions on u r a n i u m r e c o v e r i e s 
w e r e s tudied in tens ive ly by R a m a s w a m i et a l . ' -^ at the A r g o n n e Na t iona l 
L a b o r a t o r y . T h e s e s tud ies d e t e r m i n e d o p t i m u m f luo r ina t i on c o n d i t i o n s , 
e s t ab l i shed high (>99%) u r a n i u m r e c o v e r y , and d e t e r m i n e d the d i s t r i b u t i o n 
of the i m p o r t a n t f i s s ion p r o d u c t s ( s i m u l a t e d wi th i nac t ive i so topes ) and the 
m i n o r e l e m e n t s of Z i r c a l o y - 2 , a which ind i ca t ed tha t a high d e c o n t a m i n a t i o n 
fac tor might be obtained in r e p r o c e s s i n g i r r a d i a t e d fuel. 

Z i r c a l o y - 2 is a h i g h - z i r c o n i u m al loy, which c o n t a i n s , in add i t ion to 
z i r c o n i u m , 1.5% tin, 0.15% i ron , 0.10% c h r o m i u m , and 0.05% n i c k e l . 
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Other work on the individual process steps and the use of high-
tempera ture packed-bed filter was reviewed by Ramaswami et al.'-^ The 
success of the studies of Ramaswami led to the construction and operation 
of the pilot-plant facility at the Argonne National Laboratory. The details 
of the pilot-plant phase of the studies on reprocessing uranium alloy fuels 
are contained in this report . The final phase of this work is current ly being 
conducted wherein i r radiated fuels a re processed in bench-scale apparatus 
that IS contained in a high-gamma cave facility at ANL. The cave is equipped 
with mas t e r - s l ave manipulators and is capable of handling about 10,000 Ci 
of activity. 

C. P rocess Technology 

The process under development for the recovery of uranium from 
alloy fuels employs three principal steps in which chemical separation of 
the various fuel constituents is achieved by selective volatilization of chlo
rides and fluorides. 

1. Since the concentration of uranium in enriched fuel is low(<20%), 
the first step of the reprocessing scheme involves the separation of uranium' 
from the fuel matr ix , thereby freeing the uranium for subsequent recovery 
by fluoride volatility methods. This step is accomplished by reaction of the 
fuel at about 350°C with hydrogen chloride gas while the fuel is immersed in 
a fluid bed of inert par t ic les . The hydrochlorination reaction is highly exo
thermic, giving off 113 kcal /mole , at 298°K, in the case of zirconium, and 
100 kcal /mole , at 298°K, in the case of aluminum. Separation occurs through 
the formation of the volatile chlorides of zirconium and aluminum, ZrCl4 
and^AlClj. The ZrCl4 sublimes at 3 3 r c and 1.0 atm; the AICI3 boils lat 
180°C and 1.0 atm p res su re . Uranium is converted to solid uranium chlo
rides during the hydrochlorination step and remains , for the most part, 
associated with the fluid-bed mater ia l . However, a portion of the uranium 
chloride is volatilized and/or entrained in the gas s tream; therefore a high-
tempera ture , packed-bed gas filter is employed in ser ies with the fluid-bed 
reactor to insure adequate retention of uranium within the system. 

The volatile metal chlorides (ZrCl4 or AICI3). produced during 
hydrochlorination of the metal alloy, represent a waste s t r eam that requires 
processing for convenient s torage. Studies have shown that gaseous ZrCl4 
and AICI3 may be converted directly to solid oxides. ZrOz and AI2O3. by the 
gas phase reaction with steam (pyrohydrolysis) in a fluid-bed reactor . '^ 
This pyrohydrolysis step allows the direct recovery and recycle of the 
hydrogen chloride reagent. 

When the pyrohydrolysis reaction is used to give a metal-oxide 
product, the reactions of the alloying mate r ia l are 

Metal + HCl - Metal-Chloride + Hz (l) 
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and 

M e t a l - C h l o r i d e + HjO ^ M e t a l - O x i d e + HCl, (2) 

giving the net r e a c t i o n 

Meta l + H2O ^ M e t a l - O x i d e + Hj . (3) 

Since th i s FBV p r o c e s s c o n s u m e s w a t e r , no l iquid w a s t e s t r e a m s need be 
p roduced m the h y d r o c h l o r i n a t i o n s t ep if the HCl is e n t i r e l y r e c y c l e d . 

2. In the second s tep , the u r a n i u m c h l o r i d e s in the f l u id -bed r e a c 
t o r and the p a c k e d - b e d f i l t e r a r e c o n v e r t e d to u r a n i u m t e t r a f l u o r i d e by 
r e a c t i o n with hyd rogen f luor ide . This s t ep w a s adop ted t o r e d u c e the c o s t 
of the f luor ina t ing r e a g e n t and to avoid the p r o d u c t i o n of g a s e o u s c h l o r i n e 
and c h l o r i n e - f l u o r i d e s in the d i r e c t f l uo r ina t ion of u r a n i u m t r i c h l o r i d e . 
The p r e s e n c e of t h e s e compounds in the r e a c t o r off -gas s t r e a m would c o m 
p l i ca te the handl ing of the U F j p roduc t s ince both c h l o r i n e and c h l o r i n e t r i -
f luor ide would be condensed wi th UF^, in r e f r i g e r a t e d t r a p s m a i n t a i n e d at 
about -80°C. Hydrogen f luor ide m a y not be r e q u i r e d in the c o m i m e r c i a l 
appl ica t ion of the p r o c e s s , e s p e c i a l l y if the UF^ p r o d u c t is p u r i f i e d and 
decon t amina t ed by a s e l ec t i ve s o r p t i o n - d e s o r p t i o n p r o c e d u r e u s i n g b e d s 

of sod ium f luor ide p e l l e t s . 

3. In the t h i r d s t ep , u r a n i u m is r e c o v e r e d as u r a n i u m hexa f luo r ide 
by the r e a c t i o n bet 'ween uraniunn t e t r a f l u o r i d e and f luo r ine at t e m p e r a t u r e s 
of 250 to 500°C. A t w o - t e m p e r a t u r e f l uo r ina t ion p r o c e d u r e w a s deve loped 
in the b e n c h - s c a l e s tud i e s to a s s u r e h igh r e c o v e r y of the u r a n i u m as 
u r a n i u m hexa f luo r ide . ' 

D. P i l o t - p l a n t Objec t ives 

The m a j o r ob jec t ives in the o p e r a t i o n of the p i l o t - p l a n t fac i l i ty have 
been to d e m o n s t r a t e ( l ) c o m p l e t e c o n t r o l of the h igh ly e x o t h e r m i c r e a c t i o n s 
whi le p r o c e s s i n g f u l l - s c a l e a l loy fuel e l e m e n t s , (2) the c o n v e r s i o n of vo la t i l e 
c h l o r i d e s of the a l loying m e t a l to sol id ox ides for w a s t e d i s p o s a l , (3) the 
ope rab i l i t y and eff ic iency of the p a c k e d - b e d f i l t e r and, (4) the c a p a b i l i t y of 
the p r o c e s s for high r e c o v e r y of the u r a n i u m in the fuel. 

T h e s e d e m o n s t r a t i o n t e s t s w e r e d i r e c t e d t c w a r d the r e c o v e r y of 
u r a n i u m as u r a n i u m h e x a f l u o r i d e f r o m u n i r r a d i a t e d fuel only. D e c o n t a m i 
nat ion of UF5 f r o m f i s s i o n - p r o d u c t f l u o r i d e s can be effected by t e c h n i q u e s 
that have a l r e a d y b e e n deve loped , such as d i s t i l l a t ion* and s o r p t i o n -
d e s o r p t i o n on s o d i u m f luo r ide beds . ^ 
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The development work on the hydrochlorination and fluorination of 
unirradiated, normal uranium-Zirca loy-2 and uranium-aluminum alloys 
ca r r i ed out in the pilot-plant facility is summarized in this topical report . 
The demonstration of a satisfactory reaction cycle for processing enriched 
alloy fuels is described in t e rms of the resul ts of the individual reaction 
steps. The effects of operating variables and equipment design on uranium 
losses a re detailed. This report is based in part on the experimental data, 
which were reported in the Chemical Engineering Division Summary Reports 
from Jan 1962 to June 1965 as listed below. A forthcoming topical report 
by Chilenskas and Turner ' will summarize smal l -scale process development 
work with i r radiated fuels. 

Report Number Page Period Covered 

ANL-6543 
ANL-6569 
ANL-6648 
ANL-6687 
ANL-6725 
ANL-6800 
ANL-6900 
ANL-6925 
ANL-7055 

153 
121 
172 
147 
184 
282 
194 
149 

Jan-March 1962 
April-June 1962 
Oct-Dec 1962 
Jan-March 1963 
April-June 1963 
July-Dec 1963 
Jan-June 1964 
July-Dec 1964 
Jan-June 1965 



II. EQUIPMENT AND INSTRUMENTATION 

A pilot plant was constructed to demonstrate the processing of up 
to 30-kg charges of U-Zr fuel or about 14 kg of U-Al fuel in the form of 
multiplate assemblies. A schematic diagram of the facility is shown m 
Fig. 3. 

OFF-GAS_ 
SCRUBBERS^ 

WASTE METAL 
OXIDE 

RECYCLE DIAPHRAGM 
COMPRESSOR 

FLOOR LEVEL 

Fig. 3. FBV Pilot Plant for Processing Highly-enriched 
Uranium-Alloy Fuels 

The major equipment i tems consist of a 6-in.-diam halogenation 
fluid-bed reactor, a 9-in.-diam packed-bed filter, a 6-in.-diam pyro
hydrolysis fluid-bed reactor , two 6-in.-diam uranium hexafluoride pro
duct t raps , and two 6-in.-diam columns, along with a scrubbing system 
for disposal of gaseous reagents . A diaphragm pump was also included 
for possible use in recycling the fluorine and hydrogen chloride process 
gas s t reams. 
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The instrumentation installed in the pilot plant consisted of 
(1) tempera ture r ecorde r s and an indicator, (2) temperature control lers , 
(3) p ressu re and differential p ressure t ransmi t te rs and recorders , 
(4) flow recorders and control lers , (5) a reactor coolant controller, and 
(6) thermal-conductivity gas analyzers . 

A. Equipment 

Details of the equipment size, construction mater ia ls , amount of 
heating, and special features are listed in Table I. 

TABLE I. Equipment Specifications 

I tem of 
Equipment 

P r e h e a t e r 

Halogenation Reactor 

Halogenation Reactor 
Disengaging Section 

Packed-bed F i l t e r 

Pyrohydro lys i s 
Reactor 

Pyrohydro lys i s 
Disengaging Section 

Pyrohydro lys i s 
F i l t e r s 

Off-gas Condenser 

Off-gas Scrubber 

UFj -NaF T r a p s 

F j Disposal Columns 

Recycle P u m p 

Piping: Dry HCl 

Aqueous 
Waste 

Size 

2-in. ID, 3 ft long 

6-in. Schedule 40 pipe, 
70 in. long 

12.5-in. ID, 20 in. long 

9.5-in. ID, 27 in. long 

6-in. Schedule 40 pipe, 
36 in, long 

n . 7 5 - i n . ID, 28 in. long 

2.75-in, OD, 18 in. long 

10.4 sq ft of heat-
t r ans fe r a r ea 

6-in. ID, 6 ft long 

6-in. ID, 21 in, long 

6-in. Schedule 40 pipe, 
83 in. long 

25- in , -d iam heads , 
6-scfm fluorine ra ted 
capacity 

Mater ia l 

Nickel-200 

Nickel-200 

Nickel-200 

Nickel-200 

304 s ta inless steel 

304 s ta inless steel 

Sintered nickel or 
Inconel 

1- or 1/2-in. Schedule 40 304 s ta in less steel 
pipe 

1- or 1/2-in. Schedule 40 Nickel or Monel 
pipe 

Heated or 
Cooled 

25 kW, a i r -
water cooled 

12 kW 

12 kW 

16 kW 

Impervious graphite wa te r -coo led 

Glass pipe 

Monel 

Monel 

Nickel p rocess 
head, 304 SS 
secondary head 

1 in. PVC plastic or 
Teflon-lined pipe 
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The f lu id-bed ha logena t ion r e a c t o r i s a 6 - i n . - d i a m n i c k e l - 2 0 0 pipe 
topped with a 20- in . length of 1 2 - i n . - d i a m d i sengag ing s ec t i on to m a k e an 
o v e r a l l r e a c t o r length of 8 ft 5 in. The h e a t e r s and cool ing co i l s w e r e 

b r a z e d in p lace on the r e a c t o r be fo re a 
l / 8 - i n . - t h i c k s p r a y coa t ing of c o p p e r w a s 
appl ied for b e t t e r hea t t r a n s f e r to the r e 
ac to r wa l l s (Fig . 4), A th in o v e r s p r a y of 
s t a i n l e s s s t ee l w a s app l ied for ox ida t ion 
p r o t e c t i o n . The h e a t e d g a s f r o m an 
i n t e r n a l l y - f i n n e d p r e h e a t e r e n t e r s the r e 
ac to r th rough a b u b b l e - c a p g a s d i s t r i b u t o r , 
which is a t t a ched to the b o t t o m of the r e 
a c t o r . After i n s t a l l a t i o n , the r e a c t o r and 
the o the r p r o c e s s c o m p o n e n t s w e r e c o v e r e d 
with a p p r o x i m a t e l y 2 in. of i n s u l a t i o n . 

The p a c k e d - b e d f i l te r i s a 9 . 5 - i n . -
d i am, i n t e r n a l l y - f i n n e d p ipe , which t a p e r s 
to a 1.5-in. d i a m at the bo t t om, to m a k e 
an o v e r a l l length of 27 in. 

The p y r o h y d r o l y s i s r e a c t o r (F ig . 5) 
i s a 6 - i n . - d i a m , 3 6 - i n . - l o n g , 304 s t a i n l e s s -
s tee l p ipe , topped by a 1 1 . 7 5 - i n , - d i a m , 
28 - in . - l ong d i sengag ing s ec t i on conta in ing 
s i n t e r e d Inconel o r n i cke l f i l t e r s (18 in. 
long, 2— in. d i a m ) , wh ich a r e p e r i o d i c a l l y 
c leaned in p l ace wi th a b lowback of p r e 
hea ted n i t r o g e n . E a c h f i l t e r i s blown back 
eve ry 1.5 min . The p r o c e s s s t r e a m f r o m 
the p a c k e d - b e d f i l te r e n t e r s the p y r o h y d r o l 
y s i s r e a c t o r t h r o u g h a 60° cone b o t t o m , 
which h a s a b a l l - c h e c k va lve for r e t a i n i n g 
so l i d s . An overf low pipe i s connec ted to 
a p roduc t pot, l o c a t e d u n d e r the p y r o 
h y d r o l y s i s r e a c t o r , and e x t e n d s ins ide the 
r e a c t o r to a he igh t of 21 in. The overf low 
pipe and p roduc t pot a r e m a i n t a i n e d at 

t e m p e r a t u r e s above the condens ing point of s t e a m . The p r o d u c t flows 
f rom the top of the fluid bed via the overf low pipe to the p r o d u c t pot by 
g rav i ty feed. 

F l 4. Fluid-bed Ha logena 
tion Reac to r before 
Ins t a l l a t ion 

The u r a n i u m hexaf luor ide t r a p s c o n s i s t of two s e r i e s - c o n n e c t e d 
Monel c o n t a i n e r s , 21 in. high by 6- in . d i a m . The UF^ p roduc t i s c o l l e c t e d 
by sorp t ion on two b e d s , each conta in ing about 7 kg of s o d i u m f luor ide 
p e l l e t s . 
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Z r C I . OR AICI 

TO SCRUBBERS 

PRODUCT RECEIVER 

108-7981 Rev. 

Fig. 5. Fluid-bed Pyrohydrolysis 
Reactor 

The HCl off-gas disposal 
system consists of an impervious 
graphite condenser followed by a 
scrubber, which uses recirculating 
water. Sufficient steam is added to 
the HCl-HjO off-gas from the pyro-
hydrolyzer so that the resulting 
liquid, condensed at about 20°C, con
tains about 5 N HCl. The off-gas 
from this condensate (mainly ni t ro
gen from purges and diluent gas) is 
passed through the scrubber for 
final HCl removal. The excess 
fluorine is disposed of in 6-in.-diam 
Monel columns, which contain 6-ft-
deep beds of coarse ( l / 4 - to l /2- in.) 
activated alumina. 

Power for heating is supplied 
by a two-wire, 240-V system through 
twelve 10-Amp and seven 25-Amp 
variable-voltage t rans formers . Each 
of the larger t ransformers operates 
in conjunction with a proportioning-
type temperature controller. 

The valves used for dry HCl 
are bellows-sealed and constructed 

of stainless steel. The valves used for fluorine are constructed of Monel 
and are sealed by Monel bellows. Two all-nickel, double-bellows-sealed 
valves are used in the high-temperature region just downstream of the 
packed-bed filter. 

Spiral-wound gaskets of a nickel-asbestos combination are used in 
the pr imary reactor and packed-bed filter, with the exception of the charge 
ports on both vesse ls , where se r ra ted gaskets of solid, annealed nickel 
are used. Spiral-wound gaskets of stainless s teel-asbestos are used in 
the pyrohydrolysis reac tor . 

The process piping is nickel or Monel for the fluorine and hydro
gen fluoride s t r eams . Type 304 stainless steel is used for the dry hydro
gen chloride supply and for the HCl-s team mixture at tempera tures above 
the dew point. Plast ic and glass equipment are used to handle the condensed 
HCl-HjO. 

The heat produced during the exothermic hydrochlorination reaction 
is removed from the fluid-bed section of the halogenation reactor by an 
a i r -wa te r mixture, which is passed through s ta in less-s tee l coils in four 
cooling zones. 
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B. Instrumentation 

The instrumentation and control panel is shown schematically in 
Fig. 6. The temperatures are monitored throughout the equipment with 
Chromel-Alumel thermocouples. Two multipoint s t r ip-char t instruments 
record 36 of the most important temperatures . A manually-operated 
temperature indicator monitors as many as 48 other t empera tures . 

OVERHEAD LIGHTS 
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PRC-PNEUMATIC RECORDER CONTROLLER 

S -PNEUMATIC AIR SWITCH 

SC -PUMP SPEED CONTROL 

R -ROTAMETER 

PR-PURGE ROTAMETER 

P -PRESSURE GAUGE 

M -MANOMETER 

A - A M M E T E R 

T - VARIABLE TRANSFORMER 

TR- TEMPERATURE RECORDER 

T l - TEMPERATURE INDICATOR 

TC-TEMPERATURE CONTROLLER 

T/CS-THERMOCOUPLE SWITCH 

108-5407 

Fig. 6. Pilot-plant Instrumentation Panel 

Proportioning-type temperature controllers regulate the electrical 
power to the equipment heaters . The heaters are wired so that several of 
them may be used for a particular zone. Two heated zones are controlled 
on the halogenation reactor, one on the halogenation-reactor disengaging 
section, one on the packed-bed filter, two on the pyrohydrolysis reactor , 
and one on the gas preheater. The controller for each zone operates by 
means of a signal from a thermocouple in contact with the walls of the 
respective vessels . 

The following pressures and differential p ressures (Ap) are mea
sured by pneumatic t ransmit te rs and recorded on 4-in. s t r ip-char t r e 
corders: (1) primary reactor bed Ap, (2) total system p res su re . 
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(3) packed-bed filter Ap, (4) pyrohydrolyzer bed Ap. (5) pyrohydrolyzer 
filter Ap, and (6) fluorine disposal column Ap. 

The following flow ra tes are recorded by using a pneumatic Ap 
t r ansmi t t e r with an integral orifice: (1) nitrogen flow ra te , (2) HCl flow 
ra te , (3) fluorine flow ra te , (4) s team flow rate for the pyrohydrolysis 
reac tor , and (5) total flow rate to the halogenation reactor . The HCl, 
fluorine, and s team flows are all controlled by pneumatic valves using the 
signal from the respective flow orifices. The nitrogen flow rate is con
trolled by the Ap measurement of total flow so that the total flow rate is main
tained constant to provide a constant fluidizing velocity. 

The wall of the halogenation reactor is cooled by an a i r -water 
mixture, which is circulated through a ser ies of four stainless- steel coils 
wrapped around the reac tor . A thermocouple attached to the wall is the 
sensing element. The flow of coolant is regulated by a temperature con
t ro l le r , which operates a system of pneumatic valves. 

Thermal-conductivity gas analyzers are used to follow the hydro
chlorination and fluorination steps of the reaction. During the hydro
chlorination step, the extent of the HCl reaction, the metal reaction ra te , 
and the required s team rate for the hydrolysis reactor are determined 
from the hydrogen production rate . The concentration of hydrogen pro
duced during the alloy reaction is measured by comparing the thermal 
conductivity of a sample of the off-gas (a mixture of hydrogen and nitrogen) 
from the final scrubber with that of a reference gas (pure nitrogen). The 
thermal-conductivity cell can be easily calibrated with known mixtures of 
hydrogen and nitrogen and. therefore, provides accurate , quantitative in
formation. The extent of the fluorination reaction is followed qualitatively 
by comparing the thermal conductivity of nitrogen to that of the fluorine-
ni t rogen-UFj mixture that enters the NaF t raps . These systems are 
discussed in more detail in Appendix C. 
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III. OPERATING PROCEDURE AND CONDITIONS 

The experimental procedure includes bed preparation, prefluorin
ation, fuel charging, hydrochlorination. hydrofluorination. fluorination, 
and sampling. 

A. Bed Preparation 

A predetermined quantity of particulate mater ia l (sintered or fused 
alumina) is charged to the halogenation reactor , packed-bed filter, and 
pyrohydrolysis reactor . The settled halogenation-reactor bed depth is 
about 48 in., the packed-bed filter depth is 5 to 12 in., and the settled 
pyrohydrolysis-reactor bed depth is about 21 in. 

The two uranium hexafluoride t raps are filled with NaF-HF. These 
traps are heated to 350°C to drive off the HF and leave the NaF, which is 
later used to adsorb the UFj product. The excess HF from the t raps is 
reacted with soda lime in one of the off-gas disposal columns. 

B. Prefluorination 

The purpose of the prefluorination step is to form a layer of nickel 
fluoride, which decreases the extent of corrosion of inner surfaces of the 
equipment during the hydrochlorination and hydrofluorination s teps . Only 
one initial prefluorination should be necessary in a plant that is operated 
continuously, since the protective layer would not be subjected to the de
structive influence of thermal cycling. 

The prefluorination procedure consists of setting the fluorine flow 
rate at 0.1 cfm and the nitrogen flow rate at 4.0 cfm, with the process 
equipment at a temperature of 250°C. The equipment is then heated, and 
at 500°C the nitrogen flow is stopped and the fluorine flow is maintained 
at 0.1 cfm for 2 hr before being turned off. Usually a total time of 5 hr is 
required for the prefluorination step. The pyrohydrolysis reactor does 
not receive the prefluorination treatment. 

C. Fuel Charging 

The fuel element is placed on the settled halogenation reactor bed 
(Fig. 7) and then lowered slowly to the bottom of the bed by admitting, 
intermittently, pulses of nitrogen gas. '* A remotely-operated device to 
lower the fuel onto the settled bed would be required for i rradiated fuels. 

D. Hydrochlorination 

The entire reaction system is heated to the desired temperature 
while sufficient nitrogen is passed through the equipment to fluidize the 
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alumina in the halogenation reactor and the pyrohydrolysis reactor . The 
gases entering the halogenation reactor are heated to 350°C in the p re 

heater . Steam is admitted to the 
pyrohydrolysis reactor shortly be
fore the flow of HCl is started to 
the halogenation reactor . The vola
tile chlorides produced during 
hydrochlorination are converted to 
oxides by reaction with steam in 
the fluid-bed pyrohydrolysis reactor 
at about 350°C. The product from 
the pyrohydrolysis reactor is con
tinuously withdrawn through an 
overflow pipe. 

The halogenation reactor 
wall-cooling system, in which the 
coolant is an a i r -water mixture, 
maintains the reactor wall at the 
preset controller temperature of 
350°C. The hydrochlorination r e 
action is allowed to proceed until 
the thermal-conductivity analyzer 
shows that the hydrogen production 
has ceased. 

E. Hydrofluorination 

After the flow of HCl is shut 
off. the temperature is adjusted to 
that desired for the hydrofluorina
tion step (350°C). The off-gas from 
the packed-bed filter is routed so 
that it will bypass the pyrohydrolysis 

reactor into a bed of soda-lime for HF disposal, and then HF is fed at the 
desired rate of 20-25 g/min for 1 to 2 hr . The system is purged, and the 
temperature is adjusted to the desired fluorination condition. 

108-6562 

Fig. 7. Charging Fuel to the Halo
genation Reactor 

F . Fluorination 

The fluorination is started, with the halogenation reactor and 
packed-bed filter at 250°C. using 1 to 5 v/o fluorine in nitrogen. The 
temperature is then raised to 500°C. at which point the nitrogen dilution 
is reduced so that the reactor bed is no longer fluidized and the fluorine 
concentration is 30 to 80 v/o in nitrogen. The total fluorination time r e 
quired is 4 to 9.5 hr . Two sodium fluoride beds are maintained at about 
100°C for sorption of the product UF^. 
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G. Sampling 

Concurrent with the operation of the experiment, the halogenation 
reactor bed is sampled. A l /4 - in . ball valve, located on the side of this 
reactor, approximately 30 in. from the reactor bottom, is used to obtain 
samples while the bed is fluidized. Samples are obtained from this valve 
at scheduled times during the hydrochlorination, hydrofluorination, and 
fluorination steps. 

At the end of each run, the beds from the halogenation reactor , the 
packed-bed filter, pyrohydrolysis reactor , sodium fluoride trap, and 
fluorine disposal tower are removed from the process vessel , weighed, 
and passed through a sample size reducer to obtain a sample weighing 
about 1/16 of the original bed weight. The sodium fluoride pellets a re 
ground to -8 mesh. All of the bed samples are reduced in size with a 
sample splitter (1:1) until a sample size of 10 to 30 g is obtained. These 
small samples are ground to -200 mesh and submitted for analysis . The 
sample from the fluorine disposal tower (activated alumina) is weighed 
and leached with 10% nitric acid a total of three t imes . A sample of the 
leach solution is submitted for uranium analysis. 
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IV. RESULTS AND DISCUSSION 

A total of 18 experiments were completed in the pilot-plant facility. 
The initial six runs (three Zircaloy and three aluminum assemblies) in
volved processing of simulated fuel charges that did not contain uranium. 
These runs were used to test the equipment and instrumentation and to 
establish procedures and conditions for the later runs with uranium alloys. 
The fluorination step was not performed in these six runs because of the 
absence of uranium. The last 12 runs were made with uranium alloy fuels 
(four with U-Zr fuel and eight with U-Al fuel). All the runs were opera
tionally successful. 

The typical conditions and results from processing batch charges of 
either zirconium or aluminum fuel are summarized in Table II. These data 

TABLE II. Typical Processing Conditions and Observed Results for Pilot-plant Experiments 

Uranium-Zircaloy-2 
Fuel, PWR Type 

Uranium-Aluminum 
Fuel, MTR and ETR Types 

I. Hydrochlorination 
A. Typical Charge 

Weight (kg) 
No. of Plates 
Length (in.) 
Uranium (g) 

B. Average HCl Gas Inlet Concen
tration (v/o)^ 

C. Fluidization Velocity (ft/sec) 
D. Process Temperature (°C) 

Halogenation Reactor Bed 
Halogenation Reactor Wall 
Packed-bed Filter 
Pyrohydrolysis Reactor 

E. Observed Results 
Reaction Rate (kg/hr) 
Average HCl Utilization (%) 

F. Reaction Time (hr) 

II. Hydrofluorination 
A. HF Gas Inlet Concentration (v/o)^-
B. Fluidization Gas Velocity (ft/sec) 
C. Process Tennperature ("C) 

Halogenation Reactor Bed 
Packed-bed Filter 

D. Reaction Time (hr) 

II. Fluorination 
A. Fj Gas Inlet Concentration (v/o)^ 

Initial Period 
Final Period 

B. Gas Velocity (ft/sec) 
Initial Period (fluidized bed) 
Final Period (settled bed) 

C. Process Temperature ("C) 
Halogenation Reactor Bed and 
Packed-bed Filter 

Initial Period 
Final Period 

D. Reaction Time (hr) 

20 
14 
48 
180 

80 
0.4-0.6 

450 
350 
350 
350 

2.0-3.0 
25-35 
7-10 

10 
0. 
-20 
5 

350 
350 

1.0 

1. 
30. 

0. 
0. 

-2.0 

-5 
-80 

5 
,03 

7 
19 
36 

280 

80 
0.4-0.6 

350 
300 
200 
350 

0.9-1.5 
45-50 
4-6 

250 increasing to 500 
500 
4-9.5 

^Nitrogen diluent. 
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are not necessari ly optimum but represent the processing conditions that 
resulted in satisfactory operation and uranium recovery. The conditions 
and results for each run are presented in Appendix A. 

A. Hydrochlorination 

Both U-Zr and U-Al fuels were hydrochlorinated in the fluid-bed 
halogenation reactor by using inlet-gas s t reams containing 60 to 98 v/o 
HCl in nitrogen. The operating characteris t ics of this step were s imilar 
for both fuels, except that the relative low density of the U-Al fuel elements 
required that they be mechanically submerged in the fluid bed since they 
had a tendency to float on top of the fluid bed. In all runs, the cooling sys
tem controlled the reaction by maintaining the bed temperatures at 350-
400°C. The maximum fuel-plate temperatures were 700°C for the U-Zr 
fuels and 570°C for the U-Al fuels. Both are well below the melting points 
of the respective alloys. 

Inspection of partially-hydrochlorinated charges showed that the 
fuel reacted more rapidly near the bottom of the reactor , in the vicinity 
of the reagent gas inlet. A partially-hydrochlorinated (-80%) U-Zr fuel 
element and a similar unreacted fuel element are shown in Fig. 8. The 
part of the reacted fuel element on the left side of the figure was pointed 
down in the reactor. The U-Al fuel elements reacted in a similar manner, 
but the plates did not become separated since they are held together by 
1/4-in.-thick side plates, which require more time for complete reaction 
than do the thinner (U-Al) fuel plates (about 0.055 in. thick). 

80% Hydrochlorinated 

Fig, 8. Effect of Hydrochlorination on a U-Zr Simulated Fuel Subassembly 

The average alloy reaction rate for batch charges of U-Al fuels has 
been in the range 0.9 to 1.5 kg/hr. which results in a time of about 5.5 to 
7.0 hr for complete hydrochlorination of one fuel element. Maximum rates 
of 3.0 kg/hr have been achieved during the initial period of hydrochlorina
tion. The average alloy reaction rates for batch charges of U-Zr fuel 
were about 1.8 kg/hr for a 14-plate subassembly and about 1.4 kg/hr for a 
nine-plate subassembly. For both sizes of elements, the maximum alloy 
reaction rates were about 3.3 kg/hr during early portions of the runs. 
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Comparison of the react ion-rate data for individual runs indicated 
that higher reaction rates could be achieved by using a superficial fluidiza
tion velocity of 0.6 ft /sec compared to the resul ts at 0.4 f t /sec. There 
was no significant decrease in the HCl utilization at the higher velocity. 
The reaction rate was also related to the amount of the fluid-bed cross 
section that was occupied by fuel plates. That is . more plates per fuel 
element gave higher reaction rates because more of the HCl was able to 
pass through, rather than around, the fuel element. Longer fuel elements 
also react faster than short elements, but since the reaction is localized 
pr imari ly at the bottom of the reactor , the effect of length is less important 
than is charging the halogenation reactor, so that the fuel elements effi
ciently fill the cross section of the bed. 

The percentage of the inlet HCl consumed in the reaction on a single 
pass has been relatively high in batch-processing runs. Average utiliza
tions of about 40% have been achieved for the aluminum fuels and about 
25% for zirconium fuels. Over 80% of the inlet HCl was utilized in the 
early portions of runs with both fuel types. 

The HCl inlet concentration, reaction rate, and HCl utilization for 
a typical run with U-Al fuel (Run 8) are plotted as a function of time in 
Fig. 9 for a batch charge of fuel. These data were calculated and plotted 
by using digital-computer techniques as described by Holmes and 

HCl CONCENTRATION 

HCl UTILIZATION 

, REACTION RATE 

_LS I I \ I I I I I I L y°t 1, 

2 < 
^ HI 

30 60 90 120 150 ISO 210 240 270 300 330 360 390 420 
TIME (Min) 

108-8117 Rev. 2 

Fig. 9. Reaction Rate, HCl Utilization, and Input HCl Concentration 
as a Function of Time for Processing One U-Al Fuel Charge 
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Ramaswami." The reaction rate and efficiency are relatively constant 
during the first half of the run (constant-rate period); they decrease slowly 
(falling-rate period) in the later part of the run. Experiments in which an 
additional fuel element was charged after 60 to 80% of the previous one had 
reacted (a total of three elements were used) showed an increase m both 
the average reaction rate and HCl utilization by about 25% over the values 
achieved in similar single-element experiments. That is , using the 
multiple-charge technique with three fuel charges, the average utiliza
tion was increased to about 50% and the reaction time per element was 
reduced to about 4-5 hr for the U-Al fuels. The HCl inlet concentration, 
reaction rate, and HCl utilization are shown for a multicharge run with 
U-Al fuel (Run 10) in Fig. 10. Similar improvements v/ere also achieved 
with U-Zr fuels by means of the multicharge technique. 

The pyrohydrolysis reactor for converting the zirconium and alumi
num chlorides to their respective solid oxides operated smoothly in all ex
periments. The rate of addition of steam to the pyrohydrolysis reactor was 
such that the total quantity of water was three t imes the stoichiometric r e 
quirement for the conversion of chloride to oxide. Chemical analyses of 
the solid products indicated that the residual chloride content ranged from 
0.3 to 3.0 w/o in the U-Zr runs and 4 to 10 w/o in the U-Al runs. This 
quantity of chlorides in the waste oxide (probably present as oxychlorides) 
IS not expected to be harmful to the storage propert ies of the solid. Approxi
mately 1 to 2 w/o of the product is soluble in boiling water (1-hr test). 

The tapped and untapped bulk densities of a typical final pyrohydrolysis-
reactor fluid bed and product removed from the fluid bed are shown m 
Table III. This material consists of a mixture of the granular alumina 
starting bed and the oxide produced in the reaction. The densities of the 
product from the aluminum fuel were up to 40% less than those of the s ta r t 
ing alumina fluid-bed material . The product density of the Zircaloy fuels 
was up to 40% greater than that of the starting alumina bed. In both cases , 
this material represents a relatively dense and therefore desirable product 
for radioactive waste disposal or storage. 

The oxide product for both fuels was primari ly in the form of fine 
particles (-200 mesh), and there was little or no indication of any deposition 
of the oxide on the particles constituting the starting-bed mater ia l . The 
large proportion of fines in the resulting fluid bed (up to 60% of -230 mesh) 
did not affect the operation of the reactor; bed temperatures remained uni
form, and no significant increase in pressure drop across the sintered metal 
filters was noted. The screen analysis of typical pyrohydrolyzed mater ia l , 
presented in Table IV, suggests that coarse particles may have to be added 
to the pyrohydrolysis-reactor fluid bed during continuous plant operation in 
order to maintain a fluidizable particle size distribution, since part of the 
coarse bed is removed continuously with the product. 
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Fig. 10. Reaction Rate. HCl Utilization, and Input HCl Concentration as 
a Function of Time for Processing Three U-Al Fuel Charges 
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TABLE III. Typical Bulk Density of Pyrohydrolysis-
reactor Fluid Bed and Product 

X . 

Bulk Density Tapped Density 
(g/cm=) (g/cm') 

Uranium-Aluminum Fuel, 6.0-kg Batch Charge 
10.0-kg Starting Bed 48-100 Mesh Alumina 

Starting Bed '-^^ J ' f 
Product 
Final Fluid Bed 

Uranium-Zircaloy-2 Fuel, 13-kg Batch Charge 
10-kg Starting Bed 28-48 Mesh Alumina 

Starting Bed 
Product 
Final Fluid Bed 

1.8 2.1 

1.75 1.90 
2,3 2.7 
1.7 2.4 

TABLE IV. Typical Screen Analysis of Pyrohydrolysis-
reactor Fluid Bed and Product 

Weight Percent of Bed on Screen 

Batch Uranium-Aluminum Fuel Charge Batch Uranium-Zircaloy-2 Fuel Charge 

b 

2 
17 
18 

3 

14 
45 

2 
13 
14 

2 

16 
52 

Starting Starting 
Screen Fluid Bed Final Fluid Bed Final 

Size -48 +100 Mesh=» Fluid Bedl̂  Product'" -48 +100 Mesh'^ Fluid Bedt> Product' 

+ 60 5 3 2 5 
+ 80 47 23 19 47 
+ 120 40 25 20 40 
+ 170 6 4 2 6 
+230 1 1 3 1 
+325 1 10 12 1 
-325 - 34 42 

Average 
Size 183(11 114 /i 97 /J 183 (J 91/1 78 fi 

aThe starting fluid bed was granular alumina. 

The final material was a mixture of granular alumina and oxide produced by the reaction with 

During the hydrochlorination step, the packed-bed filter operated 
satisfactorily. In most runs, an increase in the pressure drop across the 
filter of 2 to 4 psig was observed, owing to the buildup of dust in the filter 
as the run progressed. For the runs made with aluminum fuels, when the 
filter temperature was maintained at 180 to 200°C to provide sufficiently 
high uranium retention, inspection of the filter after the HCl step revealed 
a caked layer at the top of the filter bed. This layer resulted from the 
condensation of ferric chloride (the vapor pressure of FeCl, is 1.0 atm at 
319°C) or FeClj-AlClj ." The presence of the caked layer precluded the 
ready removal of the alumina filter bed particles without using mechanical 
means to loosen the cake. About 40 g of iron per subassembly is present 
in the U-Al fuel. It may be desirable to interpose a t rap for FeClj 
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c o n d e n s a t i o n u p s t r e a m of the f i l t e r bed, s i nce the p r e s e n c e of i r o n c h l o r i d e 
a l s o c a u s e d t e m p e r a t u r e e x c u r s i o n s at the s u r f a c e of the p a c k e d - b e d f i l t e r 
d u r i n g the f l u o r i n a t i o n s t e p . 

A l though s o m e i r o n is p r e s e n t in the U - Z r fue ls , no f i l t e r - b e d cak ing 
o c c u r r e d b e c a u s e the h i g h e r f i l t e r t e m p e r a t u r e (350°C) u s e d in t h e s e r u n s 
p r e v e n t e d c o n d e n s a t i o n of F e C l j . H i g h e r f i l t e r t e m p e r a t u r e s canno t be 
u s e d for the U - A l fuel , s i n c e u r a n i u m l o s s e s t h rough the f i l t e r b e c o m e a p 
p r e c i a b l e ove r 200°G ( see Sec t ion D be low) . R a m a s w a m i £ t al .^ r e p o r t e d 
h igh r e a c t i o n r a t e s and no p a c k e d - b e d f i l t e r caking when us ing h a l o g e n a t i o n 
r e a c t o r b e d t e m p e r a t u r e s of l e s s than 300°C for the h y d r o c h l o r i n a t i o n s t e p 
wi th U - A l fue l s . The u s e of l e s s than 300°C in the ha logena t i on r e a c t o r a p 
p a r e n t l y c o n d e n s e d the i r o n c h l o r i d e s on the f lu id -bed p a r t i c l e s and thus 
p r e v e n t e d t h e i r d e p o s i t i o n on the s u r f a c e of the p a c k e d - b e d f i l t e r . 

T a b l e V shows how the u r a n i u m was d i s t r i b u t e d in the h a l o g e n a t i o n 
r e a c t o r - f i l t e r s y s t e m j u s t a f te r the h y d r o c h l o r i n a t i o n s t e p of t yp ica l r u n s 
wi th U - Z r and U - A l fue l s . The u r a n i u m , which is r e p o r t e d a s not a s s o c i a t e d 
wi th the bed p a r t i c u l a t e , i s p r o b a b l y d e p o s i t e d on the wa l l s of the r e a c t o r 
above the f lu id ized b e d or in the f o r m of nonf lu id izab le p a r t i c u l a t e m a t e r i a l 
a t the b o t t o m of the f l u id -bed r e a c t o r . Holding the U-Al fuel e l e m e n t s s u b 
m e r g e d in the f lu id ized bed did not a l t e r t h i s d i s t r i b u t i o n . The low p e r 
c e n t a g e of u r a n i u m a s s o c i a t e d wi th the r e a c t o r bed in the c a s e of the U - A l 
fuel c a u s e d no o p e r a t i o n a l p rob lenns . 

T A B L E V. D i s t r i b u t i o n of U r a n i u m af te r the H y d r o c h l o r i n a t i o n S tep 

U in U in U Not A s s o c i a t e d 
R e a c t o r Bed F i l t e r Bed wi th the B e d s 

U - A l F u e l - 2 0 % ~15% ~ 6 5 % 
U - Z r F u e l ~ 7 0 % ~1 5% ~ 1 5 % 

The d i s t r i b u t i o n of the t in and i r o n f r o m the Z i r c a l o y - 2 fuel c h a r g e s 
w a s d e t e r m i n e d in o r d e r to i n d i c a t e the pa th of f i s s i o n p r o d u c t s hav ing s i m i 
l a r v o l a t i l e c o m p o u n d s . T h e s e da t a c o n f i r m the r e s u l t s of R a m a s w a m i e t a l . 
who, in add i t i on , r e p o r t e d the d i s t r i b u t i o n of s e v e r a l c o m p o u n d s of f i s s i o n -
p r o d u c t e l e m e n t s . A p p r o x i m a t e l y 90 to 98% of the t in and 20 to 30% of the 
i r o n a r e v o l a t i l i z e d in the h y d r o c h l o r i n a t i o n s t e p . The i r o n and t in a r e then 
p y r o h y d r o l y z e d to t h e i r r e s p e c t i v e o x i d e s a long wi th the bu lk of the z i r c o n i 
u m . T h e r e m a i n i n g few p e r c e n t of t in and 70 to 80% of the i r o n a r e a s s o c i 
a t e d wi th the h a l o g e n a t i o n - r e a c t o r b e d and the f i l t e r bed . T h i s d i s t r i b u t i o n 
i s not s i gn i f i can t ly a f fec ted by the f l u o r i n a t i o n s t e p . 

A l though the c o n c e n t r a t i o n of f l u o r i d e ion in the H C l - s t r e a m o f f -gas 
f r o m the p y r o h y d r o l y s i s r e a c t o r w a s e x p e c t e d to b e low, h igh c o n c e n t r a 
t i o n s m i g h t connp l i ca te the hand l ing and r e c y c l e of the HCl due to c o r r o s i o n 
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consideration. The average fluoride concentration of the HCl-s t ream con
densate from the pyrohydrolysis reactor was 0.03 g/ l i ter , which is proba
bly sufficiently low to permit the use of standard HCl recycle equipment 
and techniques. 

Several generalizations were made concerning the operational 
characteris t ics of the hydrochlorination step when processing U-Zr or 
U-Al fuels: 

1. The reaction rate was nearly independent of bed temperature 
in the range of 330 to 400°C during the initial part of the run when the HCl 
utilization is high. 

2. Gas velocities in the fluid-bed halogenation reactor of about 
0.6 ft/sec gave higher reaction rates with little or no decrease in HCl 
utilization efficiency than did velocities of about 0.4 f t /sec . 

3. A satisfactory combination of high reaction rate along with 
high HCl utilization can be achieved by using about 80 v/o HCl in nitrogen 
as the feed gas to the reactor. 

4. An increase in the overall HCl utilization efficiency and r eac 
tion rate can be realized by charging additional fuel after the previous 
charge has reacted to a point where the rate and utilization of HCl begin 
to decrease. This procedure may be important in reducing the total pro
cessing time and may increase the through-put capacity of the process 
equipment. 

5. The packed-bed filter operated satisfactorily, even though a 
surface cake was formed during the hydrochlorination step of the runs 
with aluminum fuel. Means of avoiding the caked layer by minor design 
or operating changes appear to be readily available. 

6. The pyrohydrolysis reactor, located in ser ies with the halo
genation reactor and the packed-bed filter, operated satisfactorily. 

B. Hydrofluorination 

The hydrofluorination step was conducted to convert the uranium 
chlorides to their respective fluorides in order to minimize the formation 
and subsequent handling of chlorine-fluorine compounds in the fluorination 
step. Typical operating conditions and results were presented in Table II, 

The residual chloride content of the reactor bed after the HF t rea t 
ment was 0.004 to 0.01 w/o, which corresponds to about 2 to 6 g of chlorine 
in the entire reactor and filter system. Figure 11 i l lustrates that the 
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minimum residual chloride value can be obtained in about 45 min, which 
confirms the data presented by Ramaswami et a l . ' Further hydrofluorina
tion is therefore unnecessary. 

C. Fluorination 

The fluorination step of all 
the runs was performed without us 
ing the fluorine recycle. The oper
ating conditions and resul ts were 
presented in Table II. The overall 
fluorine requirement was about 8 g 
of fluorine per gram of uranium r e 
covered, and as little as 2.7 g/g were 
required in one run. This implies 
that the reagent cost of fluorine 
would be as low as a few cents per 
gram of uranium. Since the fluorine 
requirements are quite low. a fluo
rine recycle procedure may not be 
required for plant-scale operation. 

The fluorination step of each 
run with U-Zr fuel proceeded with
out difficulty. The time required to 
complete the fluorination ranged 
from 4.0 to 8.3 hr . During the 
fluorination step of the U-Al alloy 
runs, temperature excursions were 

encountered at the caked surface of the packed-bed filter when the fluorine 
concentration was increased from about 2 to about 50%. These temperature 
excursions were related to the deposition of iron chloride, as described 
previously, and were minimized in subsequent runs by conducting the 
fluorination at a slower ra te . These excursions can probably best be 
eliminated by preventing the deposition of iron chlorides on the filter bed, 
as discussed previously, or by providing means to fluidize the filter bed 
during fluorination so that the heat of reaction can easily be removed. 
Even though the halogenation reactor bed was not fluidized during the 
final fluorination period, no caking or temperature excursions were en
countered for either type of fuel. 

D. Uranium Disposition and Material Balance 
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reactor Bed during Hydrofluorination 

The d e m o n s t r a t i o n of r e c o v e r i e s of o v e r 99% of the u r a n i u m in t he 
fuel c h a r g e a s UF^ was of p r i m e i m p o r t a n c e in the o v e r a l l p i l o t - p l a n t p r o 
g r a m . T a b l e VI g ive s the u r a n i u m m a t e r i a l b a l a n c e for a r u n in which o v e r 
99% of the u r a n i u m w a s r e c o v e r a b l e and 99.9% w a s a c c o u n t e d f o r . The 
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recovery demonstrated in this run is considered typical of what can be 
readily achieved in this process. The uranium mater ial balances a re sum
marized in Appendix A. 

TABLE VI. Uranium Balance for a Pilot-plant Run 

(Run 9; including refluorination of 
the packed-bed filter particles) 

Total Uranium Charge 

U Recoverable 
In UF^ trapping system 
In bed samples 

To pyrohydrolysis reactor 
To halogenation reactor bed 
To filter bed 
To scrub system 

U Accounted For 

Weight 
(g) 

832.9 
3.13 

3.17 
0.62 
0.9 
0.001 

Total Weight 
(g) 

841.7 

836.0 

(%) 
100 

99.3 

0.6 

The uranium loss data for all the runs are summarized in 
Table VII. These data indicate that reuse of the alumina particles is de
sirable in order to reduce the loss of uranium during the fluorination step. 
A two -fold improvement was achieved by reuse of the beds in Runs 1 3 and 14 

TABLE VII. Summary of Uranium Loss Data 

R u n 

N o . 

7 

13 
14 
15 

8 

9 
10 
11 
12 
16 

17 

IB 

U C h a r g e 

182 + 4 
117 + 4 

-160 
546 ± 10 

273.6 
841.7 
828.2 
280.4 
285.7 
275.9 
292.3 
283.5 

P y r o h y d r o l y s i s 
Reac 

(g ) 

4.7d 
0.3 
0.25 
4 . 4 

8.6t.d 
3 . 2 

4 . 4 

1.9 
0.13 

18.Ot 
4 . 9 ' 
4.2t 

t o r 

(%) 

2 . 6 

0.2 
0.2 
0 . 8 

3 .1 

0 . 4 

0 . 5 

0.7 
0.05 
6 . 6 

1.7 

1.5 

U 

U 

Halog 
Reac 

(g ) 

raniunn-

1.4 

5.7r 
3.8r 
4 . 3 

r a n i u m 

0.35 
0.62I' 
5.2r 
* 

2 .3^ 
3.3r 
3.5I' 
0.9>' 

e n 

o r 

at ion 
B e d 

{%) 

Z i r c a l o y - 2 

0 . 8 

1.9 
0.8 
0 . 8 

Alumiinum 

0.13"! 
0.06 J 
0 . 3 

* 
0.10 
0.12 
0.11 
0.03 

P a c k e d - b e d 
F 

(g ) 

0 . 9 

1.5 
1.6r 
2 . 9 

2 . l | 

3.5<: 

0.4<: 
1.1 

0 . 9 

4.2 = 

l i t ? r 

(%) 

0.5 -1 
1.3 
0.4 

0.5 J 

0 . 2 

0 . 4 

* 
0.14 
0 . 4 

0.31 
1.5 J 

F i n a l U 
C o n c e n t r a t i o n of 

R e a c t o r and F i l t e r 

• 0.01 w / o U 

y 0 .005 w / o U 

^Bed particulate reused from the previous run; % is based on U charged in this run and all 
prior runs. 

^Filter-bed temperature too high, causing high U losses. 
^Filter-bed depth insufficient during HCl step, causing high U losses. 
^Caking at surface of the packed-bed filter; retention can be reduced by fluroination as a 

fluidized bed. 
*No fluorination step conducted. 
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with the U-Zr fuel. The loss to the halogenation-reactor bed was only 
0.03% in the se r ies of seven runs (8. 9. 10. 12. 16, 17. and 18) with U-Al 
fuel. The final uranium concentration in the bed of 0.01 w/o for U-Zr 
fuels and of 0.005 w/o for the U-Al fuels indicate that 1.0 g of uranium 
must be processed for each 20 g of alumina bed in the case of the U-Zr 
fuels and for each 40 g of alumina bed in the case of the U-Al fuels in 
order to a s su re less than 0.2% uranium loss . Lower uranium concentra
tions might be achieved by further optimizing the fluorinating conditions. 
The number of times the bed is reused will probably be limited by the 
extent of the buildup of fission products that generate heat. 

The uranium losses to the pyrohydrolysis reactor were relatively 
high (over 2%) in early runs in which a filter-bed depth of 4 to 8 in. of 
14-28 mesh alumina was used, and in runs with the U-Al fuel in which the 
fi l ter-bed tempera ture was >200°C during the HCl step. The loss to the 
pyrohydrolysis reactor was less than 0.8% in the rennaining runs, and as 
low as 0.14% in one run, where beds 11 to 12 in. deep, of 14-48 mesh 
alumina filter part icles were used. It is expected that these losses could 
be further reduced by increasing the filter-bed depth- to greater than 
12 in., which is the maximum depth available in the existing equipment. 

The following conditions and techniques are recommended for smooth 
operation and to a s su re >99% uranium recovery: 

1) Reuse the alumina bed mater ia l for a number of reaction cycles. 

2) Provide a means of efficient cooling of the packed-bed filter 
to minimize possible temperature excursions during the fluorination step. 
Fluidization would provide satisfactory cooling. 

3) Use the two-temperature (250-500°C) fluorination procedure 
that was developed by Ramaswami et a h ' and again detailed in Section III 
of this report . 

4) Employ a packed-bed filter depth of over 12 in. and a filter 
temperature of 180-200°C for the U-Al fuels, and 335-350°C for the U-Zr 
fuels. 
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V. O V E R A L L PROCESS CONSIDERATIONS 

A. The D e g r a d a t i o n of A lumina 

The a t t r i t i o n of Type T -61 Alcoa a l u m i n a w a s m e a s u r e d for a l l 
r u n s . On an a v e r a g e , -1 .0% of the h a l o g e n a t i o n - r e a c t o r bed p e r r u n w a s 
a t t r i t e d so that th i s amount ( -0 .4 kg) w a s e n t r a i n e d by the gas s t r e a m and 
depos i t ed on the p a c k e d - b e d f i l t e r . The s a m e r e a c t o r - b e d p a r t i c u l a t e 
m a t e r i a l was r e u s e d in a s e r i e s of s even c o m p l e t e r e a c t i o n c y c l e s wi thout 
any a p p a r e n t change in the a t t r i t i o n r a t e p e r run . The i n i t i a l and f ina l 
s c r e e n a n a l y s i s of the r e a c t o r bed for the s even r e a c t i o n c y c l e s i s shown 
in Tab le VIII. Although t h e r e was a l a r g e r p e r c e n t a g e of fine p a r t i c l e s , 
the a v e r a g e p a r t i c l e s ize changed by only 8%, -260 to -240 m i c r o n s . T h i s 
amount of d e g r a d a t i o n did not m e a s u r a b l y affect the f lu id i za t ion or h e a t -
t r a n s f e r p r o p e r t i e s of t h i s bed m a t e r i a l . 

T A B L E VIII. S c r e e n Ana lys i s of the H a l o g e n a t i o n - r e a c t o r Bed 

U. S. S c r e e n 
Size 

+ 4 5 
+ 60 
+80 

+ 120 
+ 170 
+ 230 
+ 325 
-325 

A v e r a g e Size 

B. C o r r o s i o n 

St^ 

N. 

ar t ing 
Dminal 

T-61 Alumi] 
28-100 

(w/o) 

21 

27 

25 

22.5 
3.5 

0 .5 

0 .5 

-

M e s 

~260 m i c r o n s 

Q a 

;h 

T -6 1 A l u m i n a a f t e r 
Seven C o m p l e t e 
R e a c t i o n C y c l e s 

(w/o) 

23 

30 

20 

20 

5 , 5 

1,5 

1.0 

-
— 240 m i c r o n s 

Nicke l -200 and -201 welded and unwelded c o r r o s i o n coupons in the 
ha logena t ion r e a c t o r gave c o r r o s i o n r a t e s r ang ing f r o m 0.08 to 0.12 m i l 
p e r day (24 hr) in the f lu id ized-bed r eg ion and 0.03 to 0.09 m i l p e r day 
above the f luidized bed. The da ta w e r e t aken f r o m de f i lmed coupons and 
ca l cu l a t ed on a w e i g h t - l o s s b a s i s . The t e s t e x p o s u r e s r a n g e d f r o m 2 to 
9 days and up to 16 p r o c e s s i n g c y c l e s . In an independen t s tudy of c o r r o 
sion in s i m u l a t e d F B V p r o c e s s i n g condi t ions ,^" the h i g h e r c o r r o s i o n r a t e s 
in the f luidized bed w e r e r e l a t e d to r e m o v a l of the p r o t e c t i v e f l uo r ide f i lm 
by the ac t ion of the f lu id-bed p a r t i c l e s and a l s o r e l a t e d to e r o s i o n ef fec ts , 
as out l ined in Appendix A. 
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Type 304 and 347 s t a i n l e s s - s t e e l coupons in the p y r o h y d r o l y s i s 
r e a c t o r exh ib i t ed c o r r o s i o n r a t e s of l e s s than 0.04 m i l p e r day in the 
f l u i d i z e d - b e d r e g i o n and above the f lu idized bed . I ncone l -600 exh ib i t ed 
only abou t 25% l o w e r c o r r o s i o n r a t e s than the s t a i n l e s s s t ee l in the 
p y r o h y d r o l y s i s - r e a c t o r bed . Both Inconel and n i cke l s i n t e r e d - m e t a l f i l t e r s 
w e r e s a t i s f a c t o r y for the p y r o h y d r o l y z e r o f f -gas . After a f inal c l ean ing 
wi th s t e a m , the u s e d f i l t e r s exh ib i t ed p r e s s u r e d r o p s c o r r e s p o n d i n g to 
t h o s e in new f i l t e r s . S t a i n l e s s - s t e e l f i l t e r s w e r e not t e s t e d . 

T h e r e was no e v i d e n c e of g r o s s d i m e n s i o n a l c h a n g e s in the r e a c t i o n 
v e s s e l s o t h e r than s l igh t d i s t o r t i o n due to o v e r h e a t i n g and t h e r m a l cyc l ing . 
Two d i a m e t e r m e a s u r e m e n t s on the s t a i n l e s s - s t e e l p y r o h y d r o l y s i s r e a c t o r 
w e r e 6.077 and 6.026 in . , which c o r r e s p o n d e d to 6 . 0 6 1 - and 6 .089- in . m e a 
s u r e m e n t s a s i n s t a l l e d . D i a m e t r i c d i s t o r t i o n s of up to l / S in. w e r e m e a 
s u r e d for the 6 - i n . - d i a m n i c k e l ha logena t i on r e a c t o r . The d i s t o r t i o n is 
a p p a r e n t l y c a u s e d by l o c a l o v e r h e a t i n g in the r e g i o n s n e a r the t ubu la r 
e l e c t r i c a l h e a t e r s . 

In i s o l a t e d c a s e s , s p e c i m e n s of n i c k e l - 2 0 0 and -201 exh ib i t ed a few 
a r e a s in w h i c h a p p a r e n t i n t e r g r a n u l a r mod i f i ca t i ons have o c c u r r e d rang ing in 
depth f r o m I to 2 m i l s . Da ta f r o m the p i lo t -p lan t c o r r o s i o n coupons and a d i s 
c u s s i o n of the ef fec ts of c o r r o s i o n on s o m e of the equ ipmen t c o m p o n e n t s 
a r e p r e s e n t e d in Append ix B. The r e c o m m e n d e d m a t e r i a l s of c o n s t r u c t i o n 
a r e s u m m a r i z e d in T a b l e IX. 

TABLE IX. Recommended Ma te r i a l s of Const ruct ion for the 
FBV P r o c e s s i n g of Uranium-Al loy Fue ls 

Co r ro s ive 
Env i ronment 

Recommended 
Ma te r i a l 

Maximum 
Cor ros ion 

Rate 
(mi l /day) 

Halogenation Reac to r 
and Packed-bed F i l t e r 

HCl. Z rCU, AICI3, 
H2, HF . F j . UF(, 

Pyrohydro lys i s Reac to r HCl, ZTCI^, AICI3. 
Hz, HjO 

Pyrohydro lyze r F i l t e r s HCl. H^O. Hj 

P r o c e s s Piping (A) Dry HCl 

(B) HF, Fz 

(C) 

(D) 

HCl. ZrCl4. AICI3. 
H2, HF . F2. U F j 

Wet HCl above con
densat ion point 

Nickel-200 or -201 0.12 

Sta in less s tee l 0.04 

or Inconel 

Nickel or Inconel 

S ta in less s tee l 

Monel or nickel 

Nicke l -200 or -201 0.09 

S ta in less s tee l 0.04 
or Inconel 
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VI. CONCLUSIONS 

The operation of the pilot-plant facility with both the aluminum-
and zirconium-based fuels has been satisfactory. High hydrochlorination 
rates and HCl-utilization efficiencies were achieved in the fluid-bed halo
genation reactor by using 80 v/o HCl in nitrogen. The volatile metal chlo
rides were converted to solid oxide products, which appear suitable for 
waste disposal. The exothermic reaction of HCl with fuel elements was 
well-controlled by using a fluidized bed as a heat- t ransfer medium. The 
maximum fuel temperatures were 700°C for U-Zr fuels and 570°C for 
U-Al fuels, which are well below the melting points of the respective al
loys. The packed-bed filter was effective for retaining uranium chlorides 
so that over 99% of the uranium was recovered in the fluorination of the 
halogenation-reactor and filter beds using the two-temperature fluorination 
procedures developed in the bench-scale work. Recoveries of over 99% of 
the input uranium as UFj, on beds of NaF have been demonstrated. 

Operation of the pilot plant has established certain design changes 
from the bench-scale recommendations for scale-up to full plant operation. 
Notable among these are the advisability of providing (l) a method for FeCls 
or AlCl3-FeCl3 condensation upstream of the packed-bed filter during U-Al 
fuel processing, and (2) an efficient means of heat removal from the packed-
bed filter during the fluorination step, i.e.. fluidized fluorination of the bed 
particulate material . The success achieved in the pilot-plant and bench-
scale' '^ facilities has initiated a complementary study on i r radiated fuels, 
which is now underway at ANL. 

The recommended operating conditions for high processing ra tes 
and high uranium recovery are as follows: 

Bed Material: High-fired alumina (fused or sintered) 
Halogenation-reactor fluid bed: Sufficient quan
tity of nominal -28. +100 mesh alumina to cover 
the fuel element (a multiplate assembly) 
Packed-bed filter: -14. +48 mesh alumina, 
>12 in. deep 

Hydrochlorination; Temperature of halogenation-reactor fluid bed: 
350 to 450°C for U-Zr fuel. 300 to 350°C for 
U-Al fuel. 
Temperature of packed-bed filter: 330 to 350°C 
for U-Zr fuel and 180 to 200°C for U-Al fuel. 
Temperature of pyrohydrolysis reactor fluid bed: 
3 50°C 
Gas velocity: 0.4 to 0.6 ft /sec in the fluid beds. 
Concentration of HCl in nitrogen: 80 v /o . 
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Fluorination: Gradual increase in temperature of the 
halogenation-reactor fluid bed and packed-bed 
filter from 250 to 500°C while fluidizing with 
1.0 to 5 v /o fluorine in nitrogen, then gradual 
increase in fluorine concentration to 60-80 v/o; 
the alumina particulate mater ia l may be main
tained static during the later period. 
Total time: about 4 to 9.5 hr. 

The FBV process offers the advantages of (l) simplified reproces 
sing of a variety of fuels, (2) high uranium recovery, (3) UF^ product that 
can be isotopically enriched or converted directly back to fuel mater ia l , 
and (4) solid radioactive waste products. 
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APPENDIX A 

Summary of Run Data 

The pilot-plant run conditions and resul ts are presented in the 
following three sections: 

1. Run conditions and results (Tables X-XII) 

2. Uranium balance (Table XIII) 

3. Corrosion data. 

1. Run Conditions and Results 

Run Number 

Alloy Charge 
Fuel element Ikgl 

Uranium (gl 
Hydrochlorination Data 

Average rate (kg/hr) 
Maximum rate (kg/hr) 
Reaction time (hr) 
Average HCl util ization (%) 
Maximum HCl util ization (%l 

Temperatures (°CI 
A. Hydrochlorination 

Reactor t)ed; Avg. 
Max. 

Element channel: Avg. 
Max. 

Halogenation-reactor wall 

Packed-bed fi l ter 
Pyrohydrolysis-reactor bed 

6. Hydrofluorination of 2 hr 
Halogenation-reactor bed 
Filter bed 

C. Fluorination 
Halogenation-reactor bed and l i l ter 
11) Reactor fluidized 

(2) Reactor static 

Reactant Concentrations (v/ol 
A. HCl in N2 
B. HF in N2 

C. F2 in N2 
(1) Reactor lluidized 

(2) Reactor static 
Reactor Velocity (ft/sec) 

A. Hydrochlorination 
B. Hydrofluorination 
C. Fluorination 

(1) Reactor fluidized 

(2) Reactor static 

T A B t i X . Conditions and Res' 

1 

1775 

. 
2,15 

-8,3 
40 

400 
450 

625 
375 
380 
375 

380 
380 

-

0,6 

Shakedown (2rl 

2 

13,6 

2,71 

5,0 
43,0 

450 
545 
490 
710 
393 
390 
360 

375 
375 

-

0,72 

ults lor Processing Zirconium 

1 

6 

19,15 

-
2,28 
4,15 
8,4 

36,2 
66 

370 
405 
374 
415 
350 
388 
343 

330 
330 

59 

0,59 

7 

19,6 

(14 plates) 

182,0 ± 4 

1,80 

3,3 
10,9 
24,4 

46 

363 
380 
390 
450 
350 
360 
345 

350 
350 

250-500° 
12,3 hr) 

500° 
11,5 hr) 

92 
12 

6.0 
45.0 

0.53 
0.5 

-0.6 

-0,05 

-based Fuels 

(J-Zi 

13 

12,72 

19 plates) 

117,0 ± 4 

1,39 

3,0 
9,2 

22,1 
53,0 

360 
388 
370 
424 
347 
346 
333 

357 
354 

250-500'' 
16,2 hr) 

500° 
12,1 hr) 

85 
35 

4.6 
68 

0,44 

0,38 

0,40 

0,04 

' Alloy Runs 

14 

-21,0 

-160 

2,8 

-7,5 

-
-395 

408 
-415 

480 
340 
360 
363 

-
250-500° 

13,3 hr) 
500° 

(3,8 h r l 

-80 

-5 
-70 

-0,4 

-0,4 

-0,04 

15 

20,380 (15 platesi 

20,972 (16 plates) 

15,038 111 plates) 

56,390 
546,0 t 10 

2,06 

3,3 
27,4 19,1 per element) 
33,5 

59,0 

372 
403 
377 
428 
355 
365 
355 

360 
353 

250-500° 
(2,5 hr) 

500° 
(2,1 hr) 

79 
17,5 

4,6 
68 

0,42 
0,49 

0,40 
0,04 
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TABLEH. Conditions and Results for Processing Aluminum-based Fuels 

Alloy Charge 
Fuel element (Itg) 

Uranium Ig) 
HydrKhlorlnation Data 

Average rate (kg/hr) 
fUlaximum rate (kg/hr) 
Reaction time (hr) 

Average HCl utilization 1%) 
Maximum HCl utilization m 

Temperatures 1°C) 
A. Hydrochlorination 

Reactor bed, Avg, 
Max, 

Element channel: Avg, 
Max, 

Halogenation-reactor wall 
Packed-bed filter 
Pyrohydrolysis-reactor bed 

B, Hydrofluorination of 2 hr 
Halogenation-reactor bed 
Filter bed 

C, Fluorination 
Halogenation-reactor bed and filter 
(11 Reactor fluidized 

121 Reactor static 

Reactant Concentrations (v/o) 
A, HCl in N2 
B, HF in N2 
C, F2 In N2 

(1) Reactor fluidized 
(2) Reactor static 

Reactor Velocity (ft/secl 
A, Hydrochlorination 
B, Hydrofluorination 
C, Fluorination 

111 Reactor fluidized 
12) Reactor static 

-
1,17 
1,9 

11,6 

54,6 
90 

294 
320 
325 
335 
270 
297 
290 

330 
330 

55 

0.54 

-
1.64 
2.6 
7.4 

50.4 
80 

369 
460 
397 
470 
360 
336 
323 

350 
350 

66 

0,50 

-
1,92 
3,24 
6,4 

41,4 
90 

286 
350 
353 
412 
275 
287 
310 

260 
260 

94 

0,56 

273,6 

1,09 
1,6 
5,6 

40,0 
60 

369 
395 

350 
2% 
313 

350 
350 

250-500° 
12,0 hrl 

500° 
12,0 hr) 

78 
8 

5,5 
40,0 

0,54 
-0,5 

-0,6 
-0,05 

841,3 

1,48 
3,0 

12,5 
(4,2 per 

element) 
48,3 
90 

356 
419 
351 
470 
340 
183 
327 

364 
365 

250-500° 
(2,8 hr) 

500° 
(2,1 hr) 

98 
26 

2,0 
40-60 

0,48 
-0,5 

-0,55 
-0,04 

1,26 
1,6 

14,4 
(4,8 per 
element) 

52,6 
65 

351 
380 
393 
460 
330 
190 
34S 

360 
350 

250-500° 
(5,9 hr) 

500° 
(2,0 hr) 

95 
27 

2,0 
30-50 

0,40 
-0,5 

-0,50 
-0,04 

6,8 

37,2 
56 

350 
385 
383 
500 
330 
190 
306 

-

98 

0,39 

6,5 

37,4 
65,0 

360 
366 

-350 
197 
326 

360 
350 

250-500° 
(7,5 hr) 

500° 
(2,0 hr) 

91 
21 

5 
68 

0,39 
0,41 

0,39 
0,04 

6,9 

43,2 
66,6 

363 
408 
380 
520 
351 
335 
355 

349 
362 

250-500° 
(2,8 hr) 

500° 
13,0 hrl 

83,3 

4,6 
68 

0,40 
0,5 

0,40 
0,04 

0,90 

6,8 

45,5 
72,0 

365 
402 
380 
578 
346 
255 
349 

356 
352 

250-5«)° 
12,2 hr) 

500° 
14,1 hrl 

85,4 

4,6 
68 

0,38 
0,5 

0,40 
0,04 

0,94 
1,5 
6,3 

45,4 
69,1 

383 
407 
393 
564 
348 
250 
349 

330 
250 

250-500° 
13,3 hrl 

500° 
(2.7 hrl 

83.3 

4.6 
68 

0.36 

0.5 

0,40 
0,04 

TABLEZn. Pilot-plant Starting-bed Particulate Material 

Run 

1 
2 

4 

5 

7 
8 
9 

10 

II 
12 

15 

18 

m. (kg) 

40 
40,6 

40,0 

39,6 

40.0 
39.6 
40.0 
38.1 
39.3 

40.0 
45.7 

38.3 

40.0 
43.3 

40.5 

Halogenation Reactor Bed 

Type" 

RR alumina 
RR alumina 

T-61 alumina 

T-61 alumina 

T-61 alumina 

From run No. 9 

From run No. 10 

From run No. 7 
From run No. 13 
T-61 alumina 
From run No. 12 
From run No. 16 
From run No. 17 

Nominal 
Size 

(mesh) 

60 
60 

28-100 
28-100 

28-100 

28-100 
28-100 
28-100 
28-100 
28-100 

28-100 
28-100 

28-100 
28-100 
48-100 
28-im 
28-100 
28-100 

Depth 
(In.) 

51 
52 

49 
51 

50 

51 
50 
51 
49 
50 

51 
58 

49 
48 
51 
55 
48 
52 

Wt. (kg) 

9.0 

9.0 
9.0 

9.0 

9.0 
10.0 
15.5 
15.2 
15.6 

14.0 
13.1 

16.0 
15.0 
13.2 
13.6 
15.1 
15.4 

Packed-bed Filte 

Type'' 

38 alumina 
38 alumina 

T-61 alumina 
T-61 alumina 

T-61 alumina 

T-61 alumina 
T-61 alumina 
T-61 alumina 
T-61 alumina 
T-61 alumina 

T-61 alumina 
T-61 alumina 

T-61 alumina 
T-61 alumina 
T-61 alumina 
T-61 alumina 
From run No. 16 
T-61 alumina 

r 

Nominal 
Size 

(mesh) 

20 
20 

14-28 
14-28 

14-28 

14-28 
14-28 
14-28 
14-48 
14-48 

14-48 
14-48 

14-48 
14-48 
14-48 
14-48 
14-48 
14-48 

Depth 
lin.ia 

4.5 

4.5 
6,5 

4,5 

5,5 
5,0 
6,5 

12,0 
12,0 

11,0 
lOO 

11,5 
11,5 
11,5 
105 
11,0 
11,5 

Wt, (kg) 

20 
20 

16,5 
21,5 

20,0 

19,2 
17,3 
15,9 
20,2 

4,9 

10,0 
10,0 

10,0 
10,0 
lOO 
10,0 
10,0 
10,0 

Pyrohydrolysis-

Type" 

Sand 
Sand t Zr02 
IromrunNo, 1 

T-61 alumina 
Coarse from 
run No, 3 

Bed from 
run No, 4 

New sand 
New sand 
38 alumina 
T-6t alumina 
Bed from 
run No, 9 

T-61 alumina 
Bed from 
run No, 10 

T-61 alumina 
T-61 alumina 
T-61 alumina 
T-61 alumina 
T-61 alumina 
T-61 alumina 

reactor Bed 

Nominal 
Size 

(meshi 

25-60 

28-100 

25-60 
25-60 

48-im 

28-48 

28-48 
28-48 
28-48 
48-100 
48-100 
48-100 

Starting 
Depth 
(in,) 

26 

28 
24 

21,5 

-20 
-18 

-30 

-15 
-15 

-15 
-15 
-15 
-15 
-15 
-15 

<iDepth may vary because of amount of nickel balls in cone-stiaped bottom. 
•^ype RR and 38 alumina were obtained from the Norton Co. Type T-61 was obtained from Alcoa, 
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2, Uranium Balance 

TABLE s n i . Uranium Material Balance for Pilot-plant Runs 

Run 

Fuel type 

Time i 250-500°C 

l h r l i 5 0 0 ° C 

HCl l i l ter temperature, °C 

Filter depth ( in, l 

No, ol fuel elements 

Charge 

U Recoverable 

NaF traps 

F2 disposal 

Samples 

U^l-ojl 

Pyrohydrolysis 
reactor 

Halogenation-
reactor bed 

Filter bed 

Scrubber 

U Accounted for 

Wt, (g) 

176.4 

1.4 

1.9 

4.7I 

1.4 

0.9 

01 

7 

U-Zr 

2.3 

1.5 

360 

5.0 

1 

Total 
wt. Ig) 

182 ±4 

179.7 

7.1 

186,8 

% 
100 

98,7 

3,9 

2,6" 

102,6 

Wt, (g) 

106.6 

1.0 

1.3 

0.3 

5.T 

1.5 

0.1 

13 

U-Zr 

6.2 

2,1 

346 

11,5 

1 

Total 
Wt, Ig) 

11714 

108,9 

116,7 

% 
100 

93,0 

0,2 

1,9 

1,3 

99,7 

Wt, Ig) 

-
-

0,25 

3,8' 

1,6F 

0,00 

14 

U-Zr 

3,3 

3,8 

360 

11,5 

0,8 

Total 

Wt, Ig) 

-160 

% 

0,2 

0,8 

0,4 

Wt, (g) 

579.7 

0.7 

2.1 

4.4 

4.3 

2.9 

0.01 

15 

U-Zr 

2.5 

2.1 

365 

11.5 

3 

Total 
Wt. (gl 

546 ±10 

582,5 

11,6 

% 
100 

106,7 

2,1 

08 

08 

0,5 

-

Run 

Fuel type 

Time e 250-500°C 

Ihr) i 500°C 

HCl filter temperature, °C 

Filter depth lin,) 

No, ol fuel elements 

Wt, (g) 

Charge 

U Recoverable 

NaF traps 254,8 

F2 disposal 0,32 

Samples 0,1 

U Lost 

Pyrohydrolysis 
reactor 8,60'-= 

Halogenation-

reactor bed 0,44 

Filter bed 5,9^ 

Scrubber 0,003 

0 Accounted for 

8 

U-Al 

2,0 

2,0 

296 

6,5 

1 

Total 
Wt, (g) 

273,6 

255,2 

15,0 

270,2 

% 
100 

93,3 

5,5 

3,1 

0,16 

2,2 

98,8 

WL (g) 

829,2 

2.2 

3.1 

3.17 

0.62' 

2.35<: 

0.02 

9 

U-Al 

2.8 

2.1 

183 

12,0 

3 

Total 
Wt, Ig) 

841,7'' 

834,52 

840,7 

% 
100 

99,1 

0,38 

0,056'! 

0,28t 

99,9 

Wt, Ig) 

616,7 

126,6' 

1.5 

4.45 

5.22' 

3.501: 

0.05 

10 

U-Al 

5.9 

2,0 

190 

12,0 

3 

Total 
Wt, (g) 

828,2' 

744,8 

758,0' 

% 
100 

89,9 

0,54 

0,27' 

0,42' 

91,5 

9 and 10' 

Filter beds 

2,0 

2,0 

• 

-
0 

Total 
Wt (g) wt, (g) 

5,86 

3,75 

2,1 

2,1 

% 
100 

64 

36 

36 

Wt, Ig) 

• 
• 
• 

1.9 

. 
• 

0.00 

U-Al 

190 

11,0 

1 

Total 
Wt, Ig) 

280,4 

% 
100 

<0.7 



45 

TABLE X m , (Contd,) 

Run 

Fuel type 

Time a 250-5«)°C 

Ihrl ® 500°C 

HCl filter temperature,°C 

Filter depth (in.) 

No. of fuel elements 

Charge 

U Recoverable 

NaF traps 

F2 disposal 

Samples 

U Lost 

Pyrohydrolysis 
reactor 

Halogenation-

reactor bed 

Filter bed 

Scrubber 

U Accounted for 

wt. Ig) 

266.1 

49.71 

0.3 

0.13 

2.30' 

0.40': 

0.01 

12 

U-Al 

7.5 

2.0 

197 

10.0 

1 

Total 
Wt. Ig) 

285.7' 

276.1 

278.9' 

% 
100 

96.6 

0.05 

0.099' 

0.14' 

-
97.6 

Wt. Ig) 

231.0 

0.3 

3.7 

I8.0' 

3.3' 

1.1 

0.008 

16 

U-Al 

2.8 

3.0 

335 

10.5 

1 

Total 
WL Igi 

275.9' 

235 

% 
100 

85.9 

6.6' 

0.13'' 

0.42 

0.00 

Wt. Ig) 

277.0 

0.6 

3.4 

4.9< 

3.5' 

0.9' 

17 

U-Al 

2.2 

4.1 

255 

11.0 

1 

Total 
Wt. Ig) 

292.3' 

281.0 

% 
100 

97.2 

1.7 

0.08' 

0.16' 

Wt. Ig) 

282.0 

0.3 

0.3 

4.2I 

0.91' 

4.I81: 

0.00 

18 

U-Al 

3.3 

2.7 

250 

11.5 

1 

Total 
Wt. Ig) 

283.5' 

282.6 

% 
100 

100.9 

1.48 

0.03' 

1.48 

-

"Filter bed contained insufficient bed depth and too large particulate material. 

"Caking occurred at the surface of the packed-bed filter. 

'Inadvertent loss of UFg to the F2 disposal system. 

'Bed particulate material reused from the previous run; % is based on U charged in this run and in all prior runs. 

°No fluorination step was performed. 

*Filter-bed temperature too high: high U losses. 

'Based on reuse of bed: total U charge from previous runs considered to gel % loss. 

fRefluorinated as fluidized beds reduced the loss in Runs 9 and 10. 

^Does not include amount recoverable when filter bed was subsequently refluorinated. 

3. Corrosion Data 

a. Preparat ion and Analysis Procedures of Corrosion Coupons 

The corrosion of the metals used in the pilot-plant construction 
and other metals that were considered as possible construction mater ia ls 
was investigated in the pilot-plant facility. Those investigated were 
nickel-200, nickel-201, Monel-400, Monel-K500, Inconel-600, Inconel-X750, 
and stainless steel Types 304 and 347. 

The nickel, Monel, and Inconel corrosion coupons, cut from 
sheet mate r ia l , were 0.025 in. thick; the nickel coupons used later in the 
program were 0.030 in. thick. Welded specimens were made by cutting a 
1/2-in. piece from the end of a str ip of 2.5-in. width, and welding the 
pieces together. Both welded and unwelded str ips were cut into coupons 
of 1 X 2.5 in. 
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N i c k e l - 2 0 0 and n i c k e l - 2 0 1 w e r e w e l d e d wi th n i c k e l - 6 1 f i l l e r 
m e t a l . Mone l -400 u s e d M o n e l - 6 0 f i l l e r m e t a l ; M o n e l - K 5 0 0 u s e d M o n e l - 6 4 
f i l le r m e t a l . I n c o n e l - 6 0 0 was w e l d e d wi th I n c o n e l - 6 2 f i l l e r m e t a l , and 
Inconel X-750 u s e d I n c o n e l - 6 9 f i l l e r m e t a l . 

S t a i n l e s s s t ee l Type 304 w a s a l so s tud ied . T h e s e coupons w e r e 
m a d e f rom shee t m e t a l of 0 .050- in . t h i c k n e s s ; w e l d e d and unwe lded coupons 
w e r e m a d e a l so of 1 x 2 .5 - in . s i z e . The s p e c i m e n s of s t a i n l e s s s t e e l 
Type 347 w e r e 2- in . l eng ths of 3 / 8 - i n . - O D tubing . 

After the coupons w e r e cut to t h e i r a p p r o p r i a t e s i z e , h o l e s 
w e r e punched in t h e m by which they could be s u s p e n d e d in the p i l o t - p l a n t 
equ ipment . The coupons w e r e then m a r k e d for iden t i f i ca t ion by us ing a 
sc r ib ing tool . The edges w e r e p o l i s h e d by m e a n s of a m e t a l l o g r a p h i c 
pol ishing whee l , f i r s t wi th 120 g r i t s i l i con c a r b i d e p a p e r , and f ina l ly wi th 
320 g r i t s i l i con c a r b i d e p a p e r . 

The s p e c i m e n s w e r e then c l eaned and d e g r e a s e d by us ing a 
F r e o n - a c e t o n e m i x t u r e and we ighed by m e a n s of an a n a l y t i c a l b a l a n c e . The 
unwelded n icke l and n i c k e l - a l l o y coupons we ighed a p p r o x i m a t e l y 9 g; the 
welded coupons we ighed about 10 g. Both w e l d e d and unwe lded coupons of 
s t a i n l e s s s t ee l Type 304 we ighed about 16 g, t hose of s t a i n l e s s s t e e l 
Type 347 weighed 12 g. 

T h e s e in i t i a l w e i g h t s w e r e r e c o r d e d , and the coupons w e r e 
then p laced in the ha logena t ion r e a c t o r , the p a c k e d - b e d f i l t e r , and the 
p y r o h y d r o l y s i s r e a c t o r in both the lower and uppe r p o r t i o n s of the u n i t s . 

After being e x p o s e d in a n u m b e r of r u n s , the coupons w e r e 
r e m o v e d and def i lmed in a m o l t e n sa l t ba th at 500°C for 30 m i n . The 
bath c o n s i s t e d of e q u i m o l a r KN03-NaN03 . The coupons w e r e coo led 
i m m e d i a t e l y in w a t e r , and any s m u d g e w a s r e m o v e d wi th c l ean ing t i s s u e . 
The coupons w e r e •weighed aga in on an a n a l y t i c a l b a l a n c e , and the 
c o r r o s i o n r a t e s w e r e ca l cu l a t ed . The c o r r o s i o n r a t e for n i c k e l w a s 
ca l cu l a t ed as fo l lows: 

i i s / : y r 
g lo s s cm^ in^ 10^ m i l s 8760 h r 

in^ hr 8.91 g (2.54 cm)^ in- Y^ 

b . C o r r o s i o n R e s u l t s 

After the c o r r o s i o n r a t e w a s d e t e r m i n e d , the coupons w e r e 
v i sua l ly in spec ted and s o m e s p e c i m e n s w e r e s e l e c t e d for n a e t a l l o g r a p h i c 
examina t ion . The da ta a r e p r e s e n t e d in T a b l e s XIV-XX. 
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T A B L E XIV. C o r r o s i o n - c o u p o n A n a l y s e s 

In Lhe t a b l e s of c o r r o s i o n da t a , the following a b b r e v i a t i o n s a r e u s e d : 

A b b r e v i a t i o n Alloy Type Weld M a t e r i a l 

N i - 2 0 0 Nicke l -200 N i c k e l - 6 1 and n i c k e l - 2 0 0 
Ni -2C1 N i c k e l - 2 0 1 N i c k e l - 6 1 and n i c k e l - 2 0 0 
M - 4 0 0 Mone l -400 Monel-6C 
M - K 5 0 0 Mone l -K500 M o n e l - 6 4 
1-600 Incone l -600 I n c o n e l - 6 2 
I -X750 Incone l -X750 Incone l -69 
SS-304 304 s t a i n l e s s s t e e l 304 s t a i n l e s s s t e e l 
SS-347 347 s t a i n l e s s s t e e l 347 s t a i n l e s s s t e e l 

C h e m i c a l C o m p o s i t i o n of the C o r r o s i o n Coupon Alloys 

% Ni % Cu % F e % C r % Al % Ti % Mn % C % Si % S Nb + Ta % Nb 

N i c k e l - 2 0 0 
N i c k e l - 2 0 1 
M o n e l - 4 0 0 
M o n e l - K 5 0 0 
Incone l -60C 
I n c o n e l - X 7 5 0 
S t a i n l e s s - 3 0 4 
S t a i n l e s s - 3 4 7 

99.50 
99.60 
64.49 
64.53 
75.84 
73,74 

9,0 
10,0 

0.02 
0.02 

33.38 
30,42 

0.12 
0.06 

-
-

0.06 
0,07 
0,84 
0,80 
7,50 
6,46 

72,0 
71,0 

-
-
-
-

15,95 
14,92 
19,0 
18,0 

0,27 

-
0,95 
0,53 
0,22 
0,54 

-
-

0,03 
0,02 
0.12 
0,17 
0,04 
0.03 
0.08 
0.1 

0.09 
0,02 
0,19 
0,14 
0,30 
0,24 

-
-

0.006 
0.005 
0.007 
0.005 
0.007 
0.007 

-
-

The da ta ob t a ined f r o m coupons in the r e a c t i o n s y s t e m under a c t u a l p r o c e s s i n g condi t ions a r e given 
in T a b l e s XV-XX. 

T A B L E XV. Data f rom C o r r o s i o n Coupons in 
F l u i d i z e d Sect ion of Ha logena t ion R e a c t o r 

N i -200 

61 
62 
63 
64 
65 
66 
13W 
23 

N i - 2 0 1 

14 
19 

M-K500 

7 

Z r -

No. 

3 
3 
3 
3 
3 
3 

4 

4 

P r o c e s s 

b a s e d F u e l s 

h r 

75.9 
75.9 
75.9 
75,9 
75,9 
75,9 

95,6 

95,6 

C y c l e s 

A l - b a s e d F u e l s 

No, 

4 
6 

4 
6 

4 

h r 

83 
l i s 

6 
8 

83,6 
118 

83 

8 

6 

T o t a l 
T i m e 
(hr) 

75,9 
75.9 
75.9 
75.9 
75.9 
75.9 
98 .2* 

229 .0* 

98 .2* 
229 .0* 

98 ,2* 

C o r r o s i o n 

m i l / y r 

35,9« 
37,8= 
40,oe 
42,Oe 
42,36 
40,8= 
37,2= 
34,7 = 

30,1 = 
30,8= 

38,3= 

Rate 

m i l / d a y 

0,098 

0,104 
0,110 
0,115 
0,116 
0,112 
0,102 
0,095 

0,082 
0,084 

0.105 

*Inc ludes 14.6 h r of r e a g e n t only {no fuel e l e m e n t ) 

^ E r o s i o n ef fec ts a s d e s c r i b e d in the tex t . 

W i n d i c a t e s we lded . 
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TABLE XVI. Data from Corrosion Coupons in 
Disengaging Section of Halogenation Reactor 

Ni-200 
67 
68 
69 
70 
71 
72 
30 

IW 

Ni-201 
9W 

13 
20 

M-400 
7W 

M-K500 
13 
11 

Z r -

No . 

3 
3 
3 
3 
3 
3 
4 
4 

4 
4 

4 

Process 

•based Fuels 

h r 

75,9 
75,9 
75,9 
75.9 
75.9 
75.9 
95,6 
47,6 

95,6 
95,6 

95,6 

Cycles 

Al-bas€ 

No, 

6 
4 

4 
6 
6 

4 

4 
6 

id Fuels 

h r 

118,8 
45,0 

83,6 
118,8 
118,8 

83,6 

83,6 
118,8 

Total 
Time 
(hr) 

75 .9 
75 .9 
75 .9 
75 .9 
75 .9 
75 .9 

229.0* 
92,6 

98,2* 
229.0* 
229.0* 

98,2* 

98,2* 
229,0* 

Corrosion 

m i l / y r 

27,7 
34,0 
30,1 
30,5 
34,3 
28,8 
17,4 
27,2 

10.0 
25.4 
20,2 

19,3 

14,7 
28,3 

Rate 

mi l /day 

0,076 
0,093 
0,082 
0,084 
0,094 
0,079 
0,048 
0,075 

0,027 
0,070 
0,055 

0,053 

0,040 
0,078 

•Includes 14.6 hr of reagent only (no fuel element). 
W indicates welded. 

TABLE XVII. Data from Corrosion Coupons in 
Top Section of Packed-bed Fi l te r 

Ni-200 
52 
53 
54 
51 
33 
I I W 

9W 
34 

Z r -

No, 

3 
3 
3 
3 

3 
3 

Process 

based Fuels 

h r 

75,9 
75,9 
75 9 
75,9 

75,9 
75,9 

Cycles 

Al-base 

No, 

4 
4 
5 
5 

:d Fuels 

h r 

83,6 
83,6 

103,2 
103,2 

Total 

(hr) 

75,9 
75 ,9 
7 5 , 9 
75,9 
98,2* 
98,2* 

193,7* 
193,7* 

Corrosion 

m i l / y r 

34,9 
35,1 
39,4 
38,1 

8,8 
21,8 
20,5 
19,4 

Rate 

mi l /day 

0,096 
0,096 
0,108 
0,104 
0,024 
0,060 
0,056 
0.053 

6, 200W 75.9 25.9 

21 
23 
22 

6W 
3 
3 

75,9 
75,9 

4 
4 
5 
5 

83,6 
83,6 

103,2 
103,2 

98 ,2* 
98 ,2* 

193,7* 
193,7* 

9,3 
10,5 
22,4 
24,6 

0,025 
0.029 
0.061 
0.067 

•includes 14.6 hr of reagent only (no fuel element). 
W indicates welded; 200W, welded with Ni-200. 
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TABLE XVIll. Data from Corrosion Coupons in 
Bottom Section of Packed-bed Filter 

Ni -200 
4 7 

4 8 

4 9 
5 0 

3 5 
37 

36 

7, 200W 
5,200W 

Ni -201 
2 4 

7W 
2 5 

2 6 

Zr -base 

N o , 

3 

3 

3 

3 

3 

3 

3 

3 

P r o c e s s 

:d F u e l s 

h r 

75,9 
75,9 
75,9 
75,9 

75,9 
75,9 

75,9 
75,9 

Cycles 

Al-bai 

N o , 

4 

4 

5 

5 

4 

4 

4 

5 

5 

3ed F u e l s 

h r 

83.6 
83.6 

103.2 
103.2 

83.6 

83.6 
83.6 

103.2 
103.2 

Total 

(hr) 

75.9 
75.9 
75.9 
75.9 
98.2* 
98.2* 

193.7* 
193.7* 

98.2* 

98.2* 
98.2* 

193.7* 
193.7* 

C o r r o s i o n 

m i l / y r 

31.6 
30.2 
32.6 
32.7 
10.1 

6 . 1 

14.5 
42.0 
12.8 

6 . 1 
10.4 
19,7 
17,5 

Rate 

m i l / d a y 

0,087 
0,083 
0,089 
0,090 
0,028 
0,017 
0,040 
0,115 
0,035 

0,017 
0,028 
0,054 
0,048 

•Includes 14.6 hr of reagent only (no fuel element). 
W indicates welded; 200W welded with Ni-200. 

TABLE XIX. Data from Corrosion Coupons in 
Fluidized Section of Pyrohydrolysis Reactor 

Ni-200 
56 
57 

2 0 

7W 
15 

M-400 
9W 

1-600 
8W 
7 

16 

17 

I -X750 
11 
10 

SS-304 
6 
8 

I W 
4 

SS-347 
12 

3 

2 

4 

6 

Zr-base 

N o , 

3 

3 

7 

3 

3 

7 

7 

7 

3 

3 

3 

7 

7 

7 

P r o c e s s 

id F u e l s 

h r 

44,1 
44,1 

76,6 

44,1 

44,1 

76,6 
76,6 

76,6 

44,1 
44,1 

44,1 

76,6 
76,6 
76,6 

Cyc les 

A l -based F u e l s 

N o , 

4 

4 

9 

4 

9 

9 

4 

9 

4 

4 

4 

h r 

58,0 
58,0 
78,2 

58,0 
78,2 
78,2 

58,0 
78,2 

58,0 
5 8 . 0 

58.0 
78.2 
78.2 
78.2 

Total 
T ime 
(hr) 

44.1 
44.1 
64.3* 
64 .3* 

161,1* 

44,1 

44,1 
64 ,3* 

161,1* 
161,1* 

64 ,3* 
161,1* 

44,1 
44,1 
64 ,3* 
64 ,3* 

44,1 
64 ,3* 

161,1* 
161,1* 
161,1* 

C o r r o s i o n 

m i l / y r 

13,3 
15,1 

4 , 7 

6 , 5 

11,1 

18,3 

8,0 
4,5 
4 , 0 

5,7 

1,9 
2 , 3 

10,9 
14.4 

6 . 0 

5 . 8 

11.8 
3 ,7 

5 , 3 

4 , 5 

2 , 8 

Rate 

m i l / d a y 

0,036 
0,041 
0,013 
0,018 
0,030 

0,050 

0,022 
0,012 
0,011 
0,016 

0,005 
0,006 

0,030 
0,039 
0,016 
0.016 

0.032 
0 010 
0.015 
0,012 
0,008 

•Includes 6.3 hr of reagent only (no fuel element). 
W indicates welded. 
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T A B L E XX. D a t a f r o m C o r r o s i o n C o u p o n s in 
T o p S e c t i o n of P y r o h y d r o l y s i s R e a c t o r 

N i - 2 0 0 
55 

19 
6 
6W 

M - 4 0 0 
8W 

10 
14 
4W 

1-600 
6W 

10 
3W 

15 
18 

I -X750 

19 
13 

7 

9 
4W 

SS-304 
5 
1 
Z 
1 
2W 

SS-347 

9 
8 
1 

11 

Z r - b a s e 

No, 

3 

7 
7 

3 

7 
7 

3 

7 
7 

3 

7 
7 
7 

3 

7 
7 
7 

3 

7 
7 

P r o c e s s 

:d F u e l s 

h r 

4 4 , 1 

76 ,6 
76,6 

44 ,1 

76 ,6 
76 ,6 

4 4 , 1 

76,6 
76,6 

44 ,1 

76,6 
76.6 
76 .6 

4 4 . 1 

76.6 
76 .6 
76 .6 

44 .1 

76 .6 
76 .6 

C y c l e s 

A l - b a s e 

No . 

4 

9 
9 

4 

9 
9 

4 
4 

9 
9 

4 

9 
9 
9 

4 

9 
9 
9 

4 

9 
9 

id F u e l s 

h r 

58 .0 
78 ,2 
78,2 

58,0 
78 ,2 
78 ,2 

58,0 
58,0 
78.2 
78.2 

58 .0 
78,2 
78 ,2 
78 ,2 

58,0 
78 ,2 
78 ,2 
78,2 

58 ,0 
78,2 
78,2 

T o t a l 
T i m e 
( h r ) 

4 4 , 1 
6 4 . 3 * 

1 6 1 . 1 * 
1 6 1 . 1 * 

4 4 . 1 
6 4 . 3 * 

1 6 1 . 1 * 
1 6 1 . 1 * 

44 .1 
6 4 . 3 * 
6 4 . 3 * 

1 6 1 . 1 * 
1 6 1 . 1 * 

4 4 . 1 
6 4 . 3 * 

1 6 1 . 1 * 
1 6 1 . 1 * 
1 6 1 . 1 * 

4 4 . 1 
6 4 . 3 * 

1 6 1 . 1 * 
1 6 1 . 1 * 
1 6 1 . 1 * 

44 .1 
6 4 . 3 * 

1 6 1 , 1 * 
1 6 1 , 1 * 

C o r r o s i o n 

m i l / y r 

5.2 

1.3 
32 ,0 

2,8 

3,3 
2,2 
3,6 
4 , 3 

0,6 
0,6 
0,9 
2 ,9 
1.6 

0,5 
0,6 
1,3 
1,2 
1,4 

8,3 

1,9 
14,1 

6,4 
5,3 

6 ,3 
2,2 
6.0 
6,8 

R a t e 

m i l / d a y 

0 ,014 

0 ,004 
0 ,088 
0 , 0 0 8 

0 ,009 
0 ,006 
0 ,010 

0 ,012 

0 ,002 
0 ,002 
0 ,002 
0 ,008 
0 ,004 

0 .001 
0 .002 
0 .004 
0 .003 
0 .004 

0 .023 
0 ,005 

0 ,039 
0 ,018 
0 ,015 

0.017 
0.006 
0 .016 

0 ,019 

*Inc ludes 6,3 h r of r e a g e n t only (no fuel e l e m e n t ) , 
W i n d i c a t e s w e l d e d . 

The corrosion rates reported for the fluid-bed region are higher 
than the rates obtained for coupons that were above the fluid bed. In these 
tests, the higher rates were due to two causes: (1) the scrubbing action of 
the fluid bed partially removes the protective nickel fluoride film, and 
(2) corrosion proceeds at a faster ra te . Figure 12 i l lustrates how the r e 
actor basket is scrubbed "clean" in the fluid-bed region (bottom) and how 
the region above the fluid bed (top) has an adhering fluoride film. Par t of 
the higher rates are also due to erosion effects, as i l lustrated in Fig. 13. 
The erosion was caused by the swinging of the coupon on its support due 
to the turbulent nature of the fluid bed. Stationary par ts of the system, such 
as thermocouple wells, did not exhibit s imilar gross erosion effects; t he re 
fore erosion is not expected to be a problem for a normally operating system. 



Fig. 12 . H a l o g e n a t i o n -

r e a c t o r B a s k e t 

a n d C o r r o s i o n 

C o u p o n s 

New Coupon 

Unaitacked 

108-8383T 

Coupon above Fluid Bed 

Corrosion but 
no Erosion 

Coupon in Fluid Bed 

Eroded Area 

Eroded Area 

Eroded Area Eroded Area 

Corrosion and 
Erosion 

F i g . 1 3 . P i l o t - p l a n t C o r r o s i o n C o u p o n s 
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A P P E N D I X B 

Componen t P e r f o r m a n c e 

At the t i m e of i n s t a l l a t i on , the v a r i o u s c o m p o n e n t s w e r e a c c u r a t e l y 
m e a s u r e d with the intent ion of r e m e a s u r e m e n t a t the end of the e x p e r i m e n t a l 
runs in o r d e r to d e t e r m i n e the amount of g r o s s c o r r o s i o n t ak ing p l a c e on 
the wal ls of the r e a c t i o n v e s s e l s . An a t t e m p t to r e m e a s u r e the i n s i d e d i a m 
e t e r s of the r e a c t o r s showed that the hea t ing and cool ing p r o c e s s e s had 
caused the v e s s e l s to be s l igh t ly d i s t o r t e d in d i a m e t e r so tha t r e l i a b l e 
c o r r o s i o n m e a s u r e m e n t s could not be ob ta ined . C o r r o s i o n eva lua t i on of 
the ins ide of the r e a c t o r s was t h e r e f o r e l i m i t e d to v i s u a l i n s p e c t i o n of t h e s e 
s u r f a c e s , which is d e s c r i b e d along with the c o m p o n e n t p e r f o r m a n c e in the 
folio-wing d i s cus s ion . 

The p r e h e a t e r m e t the des ign r e q u i r e m e n t s of hea t ing g a s e o u s HCl, 
HF, and F^ f rom ambien t t e m p e r a t u r e to 350°C for HCl and H F , and up to 
500°C for f luor ine . No p r e h e a t i n g f a i l u r e s o c c u r r e d du r ing any of the 
18 runs made with the equ ipment . 

The ha logenat ion r e a c t o r had no i n t e r i o r a r e a s tha t i nd i ca t ed g r o s s 
c o r r o s i o n af ter the 18 r u n s . Th i s v e s s e l had a n i cke l f luor ide f i lm of up 
to l / 3 2 - i n . t h i c k n e s s , which was ac t ing as a p r o t e c t i v e f i lm. T h e w a l l s 
adjacent to the fluidized bed had s ign i f i can t ly t h i n n e r p r o t e c t i v e f i l m s . 
The bubb le -cap gas d i s t r i b u t o r was c o v e r e d by a f i lm of n icke l f luor ide 
and a lumina fines (see F ig . 14). The four g a s - o u t l e t h o l e s in each bubble 
cap w e r e s t i l l c i r c u l a r in shape , with no s igns of g r o s s e r o s i o n or c o r r o 
sion. Some soft l umps of a l u m i n a f ines w e r e lodged be tween the bubble 
caps (see Fig. 15). The plug va lve m the so l ids exi t p ipe u n d e r the r e a c t o r 
did not show signs of m e t a l gal l ing, even though the Tef lon l i n e r had m e t a l 
and a lumina p a r t i c l e s e m b e d d e d in i t s s u r f a c e (see F ig . 16). No l e ak ag e 
was expe r i enced with this va lve . The g a s k e t s u r f a c e on the top c h a r g e 
por t of the r e a c t o r was s l igh t ly g rooved ( see F ig , 17), E v e n wi th the 
grooves p r e s e n t , the p o r t was s e a l e d wi thout l e a k a g e of p r o c e s s g a s e s . 

The i n t e rna l s u r f a c e of the p a c k e d - b e d f i l t e r , l ike the ha logena t ion 
r e a c t o r , did not have g r o s s c o r r o s i o n d a m a g e . The g a s k e t s u r f a c e on the 
f i l ter cha rge po r t did not have g r o o v e s as in the c a s e of the ha logena t i on 
r e a c t o r . 

The i n t e r i o r of the p y r o h y d r o l y s i s r e a c t o r did not show v i s u a l s igns 
of c o r r o s i o n as a r e s u l t of e x p o s u r e to g a s e o u s HCl , H2, s t e a m , ZrCl4, and 
AICI3 at 350°C. The 60° c o n e - s h a p e d gas d i s t r i b u t o r a t the b o t t o m of the 
r e a c t o r had some d i s c o l o r e d a r e a s ( see F i g . 18), but no g r o s s c o r r o s i o n 
or pitt ing was evident . The sea t at the bo t t om of the cone (F ig . 19) had 
some eroded a r e a s . When the li- - m . - d i a m s t a i n l e s s - s t e e l ba l l r e s t e d 
aga ins t the seat , the gas d i s t r i b u t o r had a l eak r a t e of a p p r o x i m a t e l y 
1.0 cfm at 10 psig p r e s s u r e , which is c o n s i d e r e d s a t i s f a c t o r y . At the end 



53 

108-8218A 

Fig. 14. Bubble-cap Gas Distributor for Halogenation Reactor 

t*T-rt-tt-t-i-i-t-r-isr»-t-t'*ti«*t-t-t-!*T-1 

Fig. 15 

Lumps of Alumina 
Found between 
Bubble Caps 
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TEFLON LINER 

Fig . 16 

T e f l o n - l i n e d P lug Va lve 

108-8181A 

Fig . 17 

H a l o g e n a t i o n - r e a c t o r 
Charge P o r t and Top 
of Baske t 

F ig . 18 

P y r o h y d r o l y s i s - r e a c t o r 
C o n e - s h a p e d G a s 
D i s t r i b u t o r 

i08-8188A 
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1C8-8186A 

Fig. 19. Pyrohydrolysis- reactor Cone-shaped Gas 
Distributor, Showing Detail of Seating 
Area for 1-̂  - in . -diam Ball Check 

4 

of the last run, the ball was still of a spherical shape, within 0.0005 in., 
at a final diameter of 1.155 in. compared to a starting diameter of 1.250 in. 
(see Fig. 20). Erosion, rather than corrosion, probably caused the size 
reduction. This effect indicates that the ball would require regular replace

ment. The erosion or 
corrosion of the steam 
nozzle is i l lustrated in 
Fig. 21 by comparing the 
shape of the hole in the 
used steam nozzle with 
the hole in an unused noz
zle. The used nozzle (on 
the right) was considered 
to be performing in a 
satisfactory manner 
throughout the 18 runs. 
The s intered-metal filters 
as shown in Fig. 22 indicate 
the annount of zirconium 
or aluminum oxide which 
collected during the course 
of one run--about 1/16 in. 
in thickness. This film 

Fig, 20. Stainless-s teel Balls Used in 
Pyrohydrolys is - reactor 
Cone-shaped Gas 
Distributor 
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adhered f i rmly enough to the m e t a l f i l ter so the n i t r o g e n b l o w - b a c k did 
not comple te ly r e m o v e it . The four f i l t e r s (two n icke l and two Inconel ) 
w e r e r emoved from the cover p l a t e , b r u s h e d , and t e s t e d for p r e s s u r e d r o p . 
The Inconel f i l t e r s had h ighe r p r e s s u r e d r o p s than s i m i l a r new f i l t e r s ; 
however , al l four of the used f i l t e r s w e r e c o n s i d e r e d s a t i s f a c t o r y . E a c h 
fi l ter was c leaned for an hour by us ing a r e v e r s e flow of s t e a m f r o m the 
ins ide to the outs ide of the f i l t e r . The p r e s s u r e d r o p s of the four f i l t e r s 
w e r e then checked aga ins t a s i m i l a r new f i l t e r . P r e s s u r e d r o p s a c r o s s 
both nickel and Inconel f i l t e r s w e r e found to be e s s e n t i a l l y equal to t h o s e 
of new f i l t e r s . Me ta l l og raph ic e x a m i n a t i o n showed no g r o s s c h a n g e s 
between the new and used f i l t e r s . S i n t e r e d s t a i n l e s s - s t e e l f i l t e r s m a y 
a lso be appl icable but w e r e not t e s t e d in th i s s tudy. 

Fig. 21 . P y r o h y d r o l y s i s - r e a c t o r 
S t e a m Nozz l e s 

F ig . 22. P y r o h y d r o l y s i s - r e a c t o r 
S i n t e r e d - m e t a l F i l t e r s 

The two f l u o r i n e - d i s p o s a l c o l u m n s , of Monel , which w e r e o p e r a t e d 
with a m a x i m u m wall t e m p e r a t u r e of 250°C, did not show any s e r i o u s effects 
of c o r r o s i o n . A t i g h t l y - a d h e r i n g f luor ide s c a l e , o b s e r v e d on the i n s ide 
sur face , p robably ac ted as a p r o t e c t i v e coa t ing . 

Dur ing the s e r i e s of 18 r u n s , the a i r - o p e r a t e d v a l v e s u s e d to d i r e c t 
and cont ro l the p r o c e s s flow r a t e s o c c a s i o n a l l y deve loped i n - l i n e l e a k s , 
which r e su l t ed f rom an a c c u m u l a t i o n of fine powder ( Z r O j o r AI2O3) on the 
valve s e a t s . F i g u r e 23 shows the a c c u m u l a t i o n of f ines on a Tef lon sea t , 
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which did not c a u s e s ign i f i can t i n - l i n e l e a k a g e ; yet the h i g h - t e m p e r a t u r e 
v a l v e plug shown in F ig . 24 did have an e x c e s s i v e i n - l i n e l eak r a t e due to 
a b u i l d - u p of f i n e s . A l / 3 2 - i n . - t h i c k depos i t on the s ide s of the m e t a l plug 
in the h i g h - t e m p e r a t u r e va lve c a u s e d binding with the c lo se - f i t t i ng va lve 
body. No t r o u b l e was e x p e r i e n c e d with binding of the va lve in F ig . 23 b e 
c a u s e of g r e a t e r c l e a r a n c e s and the u s e of a pi lot guide for the sea t ing 
s u r f a c e s . The s l ight g roove on the m e t a l va lve plug shown in F ig . 25 did 
not c a u s e the va lve to l eak s ign i f ican t ly . The va lve sea t in F ig . 26 h a s a 
new Tef lon s e a t . The b r o k e n Teflon s e a t a t the s ide b e c a m e b r i t t l e and 
t r a n s l u c e n t a f t e r 24 h r of i n t e r m i t t e n t e x p o s u r e to hyd rogen f luor ide at 
a p p r o x i m a t e l y 150°C. 

Fig. 23 
Large, Bellows-sealed, Monel Valve 
with Teflon Seat 

TEFLON SEAT 

108-8210A 

Fig. 24 

Bellows-sealed, Nickel Valve with Metal-
to-Metal Seat for High-temperature 
Operation with High Leak Rate across Seat 



M C « E l SEftTlNG PLUG 

^ ^ ^ ^ 

c ̂  
NEW TEFLON .^IflHjbk. 

USED TEFLON 
SEAT ,. 

108-S212A 

Fig. 25. Bellows-sealed, Nickel 
Valve with Metal-to-Metal 
Seat for High-temperature 
Operation with Low Leak 
Rate across Seat 

108-8211A 

Fig. 26. Small, Bellows-sealed, Monel Valve with 
Teflon Seat Exposed to HF at 150°C 
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Certain improvements became obvious when routine maintenance 
operations were performed on the equipment while the pilot plant was being 
operated during 18 experimental runs. The most important of these im
provements a re : 

1. The piping between the halogenation reactor and the packed-bed 
filter should slope down toward reactor to prevent hold-up of 
part iculate solids. 

2. All piping connections should be made with flanges, rather than 
pipe unions, as were used in a number of spots in the pilot plant. 

3. Valves should be designed with clearance between valve-seat 
pilot guide and pilot hole sufficient to minimize binding effects 
from fine powders. Additional effort should be made to keep 
fine powders out of lines containing valves. 

4. Steam cleaning of the s intered-metal filters should be performed 
periodically. This may be accomplished routinely by using 
s team as the blow-back gas. 

5. The packed-bed filter should be sized to accommodate a bed 
depth of over 12 in. 

6. The packed-bed filter should be designed so that the bed mate r ia l 
can be fluidized during the fluorination step if necessary . 
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A P P E N D I X C 

Cont inuous Off-gas A n a l y s i s 

The h y d r o c h l o r i n a t i o n r e a c t i o n was con t inuous ly m o n i t o r e d wi th a 
t h e r m a l - c o n d u c t i v i t y ce l l by m e a s u r i n g the c o n c e n t r a t i o n of h y d r o g e n in 
the of f -gas . The s y s t e m is s i m i l a r to the one d e s c r i b e d by R a m a s w a m i 
and is shown s c h e m a t i c a l l y in F i g . 27, 

THERMAL 
CONDUCTIVITY 

CELL 

CELL HEATER 

ABSORPTION TRAIN 

No OH ASCARITE • 

108-8269 

Fig . 27. 

TEST 
FLOW 

METER 

T h e r m a l - c o n d u c t i v i t y A p p a r a t u s Used for 
N i t r o g e n - H y d r o g e n in FBV Pi lo t P l an t 

The ca l i b r a t i on and o p e r a t i o n of the t h e r m a l - c o n d u c t i v i t y a p p a r a t u s 
cons i s ted of four ma jo r p a r t s : (1) The a b s o r p t i o n t r a i n was r e n e w e d and 
l e a k - t e s t e d before e s t a b l i s h i n g the in i t i a l b a s e - l i n e r e a d i n g (n i t rogen 
sample vs n i t r ogen r e f e r e n c e ) . (2) C a l i b r a t i o n was then p e r f o r m e d by 
using known c o n c e n t r a t i o n s of n i t r o g e n and h y d r o g e n a s the s a m p l e g a s . 
(3) The s y s t e m was then t e s t e d by i n t r o d u c i n g a quant i ty of h y d r o g e n to a 
n i t rogen s t r e a m , which ac tua l ly flowed th rough the p i l o t - p l a n t e q u i p m e n t . 
(4) The ac tua l run data w e r e then a c c u m u l a t e d when the h y d r o c h l o r i n a t i o n 
r eac t ion was in i t i a t ed . This p r o c e d u r e p r o d u c e d a c o n s i s t e n t l y a c c u r a t e 
moni tor of the HCl r e a c t i o n r a t e , u t i l i z a t i on ef f ic iency, and p y r o h y d r o l y s i s 
r eac t ion r a t e . 

The f luor ina t ion r e a c t i o n was fol lowed q u a l i t a t i v e l y by m e a n s of a 
t h e r m a l - c o n d u c t i v i t y s y s t e m like the one d e s c r i b e d by R a m a s w a m i , ' excep t 
that a r e f e r e n c e gas of p u r e n i t r o g e n was c o m p a r e d to the m i x t u r e of F j , 
N2, and UF^ at a loca t ion p r e c e d i n g the sod ium f luor ide t r a p s . 
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